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Abstract: A facile heat-up synthesis route is used to synthesize environmentally friendly Ag2 S
colloidal quantum dots (CQDs) that are applied as light absorbing material in solid state p-i-n
junction solar cell devices. The as-synthesized Ag2 S CQDs have an average size of around 3.5 nm
and exhibit broad light absorption covering ultraviolet, visible, and near infrared wavelength
regions. The solar cell devices are constructed with a device architecture of FTO/TiO2 /Ag2 S
CQDs/hole transport material (HTM) /Au using a solution-processed approach. Different HTMs,
N2,N2,N20 ,N20 ,N7,N7,N70 ,N70 -octakis(4-methoxyphenyl)-9,90 -spirobi(9H-fluorene)-2,20 ,7,70 tetramine
(spiro-OMeTAD), poly(3-hexylthiophene-2,5-diyl) (P3HT), and poly((2,3-bis(3-octyloxyphenyl)5,8-quinoxalinediyl)-2,5-thiophenediyl) TQ1 are studied for maximizing the device photovoltaic
performance. The solar cell device with P3HT as a hole transport material gives the highest
performance and the solar cell exhibit broad spectral absorption. These results indicate that Ag2 S
CQD have high potential for utilization as environmentally friendly light absorbing materials
for solar cell application and that the hole transport material is critical to maximize the solar cell
photovoltaic performance.
Keywords: quantum dot; Ag2 S; solar cell; low-toxic; energy conversion

1. Introduction
Solar cell technology for energy conversion has been on the rise in the past decades, mainly
due to the challenges of global climate change and, consequentially, the need to decrease the usage
of fossil fuels. A lot of effort has been put into inquiries of photovoltaic devices, where the aim is
to convert solar energy into electrical current. The common long term goal of this research is to
find a combination of materials in a solar cell device which has low cost, short energy payback time,
abundant materials, that is stable and highly efficient. One of these solar cell systems is the third
generation quantum dot solar cells (QDSC). In 2002, some of the device structures seen today for
QDSCs were proposed [1]. Since then, different types of QDSCs have been investigated including p-i-n
junction solar cells [2–11], quantum dot sensitized solar cells (QDSCs) [12–16], and QD-polymer solar
cells [17]. State of the art PbS QDSCs achieves most of goals stated above with efficiencies currently
around 11.3% [5]. However, there is one last criterion which gets increasingly more important and
that is environmental sustainability and more specifically toxicology. The industrial usage of lead in
solar cells will increase the demand in handling, manufacturing, and waste handling in production
of these devices. Thus, to avoid these risks, choosing a material with low-toxicity and that is more
environmentally friendly becomes important. One of these potential materials is Ag2 S.
Ag2 S is a mid-range band gap semiconductor with a band gap of about 1 eV and it has a rather
large light absorption coefficient making it a promising candidate in photovoltaic applications. It has
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been shown that the band gap can be increased to at least 1.1 eV (1120 nm) by decreasing the size of
the nanocrystals to about 3 nm, due to relatively weak quantum confinement effects [18,19]. A few
studies have been made on Ag2 S as an inorganic light-absorber. The stability of Ag2 S quantum dots
produced by successive ionic layer adsorption and reaction (SILAR) as well as their ability to inject
electrons into an n-type semi-conductor, such as TiO2 , have been investigated [20]. Above 1% solar to
electricity power conversion efficiency (PCE) using a device structure similar to the dye-sensitized
solar cells has been achieved [21–24]. However, there have been no reports on solar cells based on
solid CQD layers with Ag2 S, similar to the solid CQD layers used in the most efficient PbS CQD solar
cells discussed above. In this report, we therefore investigate solar cell device based on Ag2 S CQD
solids, and specifically investigate the influence of the hole transport material (HTM) in the device.
There are a few methods to produce the Ag2 S quantum dots. A hot-injection method can be
deployed as it is known to give a large amount of quantum dots with a low polydispersity and high
yield. This can be done in polar and non-polar solvents, providing quantum dots with a non-polar
ligand. This method is common for many other materials such as CdS and PbS [25,26]. However,
this method is difficult to implement at an industrial level as the injection of sulphur precursor is
usually performed at a timescale of around a second, which becomes increasingly more difficult at
larger volumes. The heat-up synthesis can therefore be advantageous due to its simplicity, and the
potential to more easily upscale the synthesis and that the properties (e.g., size and optical properties)
from batch to batch are very similar [27].
In this study, the heat-up approach was applied to synthesize Ag2 S CQDs for the application in
solar cells with a p-i-n heterojunction architecture.
The solar cells in this work are prepared using a solution-based approach under ambient
condition. A thin layer of n-type TiO2 is used as an electron transport layer. Different hole transport
materials (HTMs) with different energy levels, such as poly(3-hexylthiophene-2,5-diyl) (P3HT),
N2,N2,N20 ,N20 ,N7,N7,N70 ,N70 -octakis(4-methoxyphenyl)-9,90 -spirobi 9H-fluorene-2,20 ,7,70 -tetramine
(spiro-OMeTAD) and poly((2,3-bis(3-octyloxyphenyl)-5,8-quinoxalinediyl)-2,5-thiophenediyl) (TQ1)
are studied to maximize the solar cell efficiency. The results show that the energy level of HTM is
critical for the hole extraction and therefore also the solar cell photovoltaic performance since the gold
contact might not be selective towards any of the charge carriers [28].
2. Experimental Section
2.1. Chemicals
AgNO3 (≥99.8%), dodecanethiol (98%), ethanol (99.98%), acetonitrile (ACN) (99.8%), Ti(IV)isopropoxide (97%), isopropanol (99.9%), acetylacetone (≥99.5%), TiCl4 (99.9%), P3HT (99.995%), TQ1,
4-tert-butylpyridine (96%), chlorobenzene (99.8%), , LiTFSI (99%), methanol (≥99.9%), toluene (99.8%),
3-mercaptopropionic acid (≥99.0%), and ethanedithiol (EDT) (≥98%) were bought from Sigma-Aldrich,
Saint Louis, MO, USA and used as described. tris(2-((1H-pyrazol-1-yl)-4-tert-butylpyridine)cobalt(III)
tris(bis(trifluoromethylsulfonyl)imide)) (>95%) was bought from Dyenamo, Stockholm, Sweden,
Spiro-OMeTAD (99.5%) was bought from Borun New Material Technology Ltd., Ningbo, China,
and cyclohexane (99.5%) was bought from Merck and used as described. FTO-covered glass with a
resistance of 15 Ω/ is produced by Pilkington and bought from Hartford Glass Co., Inc, Hartford City,
IN, USA.
2.2. CQD Synthesis
Ag2 S colloidal quantum dots (CQDs) were synthesized according to literature [27] with some
modification. In short, 680 mg (4 mmol) AgNO3 and 33.8 g (40 mL) dodecanethiol (DT) was placed
in a 100 mL three-necked flask. The flask was put in a pre-heated 215 ◦ C silicon oil bath. The oil
bath temperature decreased to 210 ◦ C and was kept at this temperature during the whole reaction of
21 min. The temperature of the mixture in the flask quickly increased to around 185 to 190 ◦ C at a rate
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between 25 and 30 ◦ C/min. Thereafter the temperature continued to increase more slowly up to 200 ◦ C.
The reaction was held at 200 ◦ C for the rest of the reaction for a total reaction time of 21 min. The color
of the mixture changed as it was heated and as the reaction was occurring. Below 120 ◦ C, the color
of the mixture was an orange-red. At 130 ◦ C, the color of the mixture changed to yellow. Ending the
reaction here would only yield insoluble silver thiolate. At 170 to 180 ◦ C the solution darkened to a
light orange and as the reaction was heated further to 200 ◦ C and kept there, the solution darkened
further. At the end of the reaction, the color was dark red upon at which time the reaction was cooled
in a 0 ◦ C ice bath. While cooling, the solution turned red-brown and murky as the dots grew to their
final size and silver thiolate started to precipitate. An ice bath was used as it was shown that a higher
cooling rate was important for the quality of the end product, especially the yield.
The dispersion of CQDs was centrifuged at 4000 rpm for 4 min. The silver thiolate byproduct
formed a solid precipitate on the bottom while the quantum dots were still dispersed in the liquid phase.
After discarding the thiolate, acetonitrile, and ethanol was used for precipitation of the CQDs and
the dispersion was centrifuged for 4 min at 4000 rpm. The liquid was removed and the nanocrystals
were dried upside down for ca 30 min. Cyclohexane was used to disperse the dots followed by a
new addition of acetonitrile and ethanol. Once again, the mixture was centrifuged at 4000 rpm for
4 min to collect the dots. This was repeated once more, after which the dots were finally dispersed in
cyclohexane and filtered through a filter with a pore size of 200 nm. The amount of quantum dots for
such a reaction described above yielded between 150 to 250 mg.
2.3. Solar Cell Fabrication
For all samples, a compact TiO2 layer was applied and used as the electron acceptor (electron
transport layer) on conductive fluorine doped tin oxide (FTO). In short, the TiO2 layer was applied
through spray pyrolysis at 550 ◦ C using an isopropanol solution containing 2 M acetylacetone and
0.2 M Ti(IV)-isopropoxide as a precursor. The films were then bathed in TiCl4 (120 mM) for 30 min at
70 ◦ C, before being cleaned, dried, and sintered again at 500 ◦ C. When not in use, the TiO2 films were
stored in a dry oven at 120 ◦ C.
The Ag2 S CQDs were diluted to 30 mg/mL and then spin-coated using a KW-4A Chemat
Technology spin-coater onto the TiO2 film following a layer-by-layer method. The CQDs were first
spin-coated, and thereafter a solution of 0.01 vol % ethanedithiol (EDT) in acetonitrile was applied on
the CQD layer. The EDT solution coated the CQD layer for 30 s to exchange the ligands before the
device was spun again. The film layer was then washed with acetonitrile twice or with methanol and
toluene. The speed was 600 rpm for 3 s followed by 2000 rpm for 30 s for all steps. The process was
repeated again until the desired thickness, usually between 3 to 12 layers (see Scheme 1), was obtained.
Since the CQDs were not washed away during the cleaning step, it can be concluded that the ligands
on the QD at least partly are exchanged to EDT in the film. 3-mercaptopropionic acid (3-MPA) was
also tested as a linker in the ligand exchange to obtain a CQD film. However, for the (3-MPA) the
formed films were not very stable and washed away during the cleaning step, suggesting that the
carboxylic acid group did not bind to the CQDs, meaning that the 3-MPA did not work as a linker in
this case (see Supplementary Materials). We therefore use EDT as the linker in this work. Some of
the devices were then spin-coated with a layer of doped Spiro-OMeTAD or P3HT as a hole transport
material (HTM) for 3 s at a speed of 600 rpm followed by 3000 rpm for 40 s. Lastly, a 80 nm thick gold
layer was deposited on the HTM using a LEICA EM MED020 evaporator to complete the device.

Appl. Sci. 2017, 7, 1020

4 of 11

Appl. Sci. 2017, 7, 1020

4 of 11

Scheme
1. The
process
of making
the
CQDfilms
filmsusing
using aa layer-by-layer
layer-by-layer method.
dispersion
Scheme
1. The
process
of making
the
CQD
method.The
TheCQD
CQD
dispersion
was
first
spin-coated
on
top
of
bare
TiO
2 (as denoted by the purple arrow), followed by ligand
was first spin-coated on top of bare TiO2 (as denoted by the purple arrow), followed by ligand exchange
with
theand
linker
EDT and
washing
pure solvents.
The was
process
was
then repeated
withexchange
the linker
EDT
washing
twice
usingtwice
pureusing
solvents.
The process
then
repeated
until the
until the desired thickness was achieved.
desired thickness was achieved.

3. Results and Discussion

3. Results and Discussion
3.1. CQD Properties

3.1. CQD Properties

The light absorption spectrum of the synthesized quantum dots was measured using a DH-2000
The Mikropak
light absorption
spectrum
of thelamp
synthesized
quantumwith
dotsan
was
measured
a DH-2000
BAL
deuterium
and halogen
source combined
Ocean
Optics using
detector
and is
BALshown
Mikropak
deuterium
halogen lamp
source
combined
with
anCQDs
Oceanshow
Optics
detector
in Figure
1a. Theand
concentration
of CQDs
was
0.5 mg/mL.
The
a broad
lightand
is shown
in Figure
concentration
of CQDs
was
mg/mL.
The CQDs
show
broadAs
light
absorption
from 1a.
UV,The
through
the entire visible
region
and0.5
further
extending
in the near
IRaregion.
absorption
frominUV,
region
and further
extending
the near
IR region.
can be seen
the through
spectrum,the
theentire
Ag2S visible
CQDs do
not display
an excitonic
peak.inInstead,
there
is a
shoulder
at in
820the
nm,
corresponding
to2 aS peak
indo
thenot
second
derivative
spectrum
(Figure
S1). Also
As can
be seen
spectrum,
the Ag
CQDs
display
an excitonic
peak.
Instead,
thereinis a
Figureat1a,
measured
a Horiba
Jobin (Figure
Yvon FluoroLog
shoulder
820the
nm,photoluminescence
corresponding to spectrum,
a peak in the
second using
derivative
spectrum
S1). Also in
modular
is shown.
Themeasured
spectrum using
showsaaHoriba
peak atJobin
965 nm
withFluoroLog
a faint shoulder
Figure
1a, thefluorospectrometer
photoluminescence
spectrum,
Yvon
modular
at
906
nm
(Figure
S2)
and
a
‘blue’
tail.
The
concentration
of
this
sample
was
2
mg/mL,
as
seen
thenm
fluorospectrometer is shown. The spectrum shows a peak at 965 nm with a faint shoulder atin906
right
vial
in
Figure
1b.
In
Figure
S3,
a
similar
photoluminescence
spectrum
can
be
seen.
It
shows
the
(Figure S2) and a ‘blue’ tail. The concentration of this sample was 2 mg/mL, as seen in the right vial in
emission of a thin spin-coated film of the CQDs.

Figure 1b. In Figure S3, a similar photoluminescence spectrum can be seen. It shows the emission of a
thin spin-coated film of the CQDs.
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Figure 1. (a) Shows the absorbance spectrum of a 0.5 mg/mL Ag2S dispersion and a normalized PL
Figure 1. (a) Shows the absorbance spectrum of a 0.5 mg/mL Ag2 S dispersion and a normalized PL
emission spectrum of a 2 mg/mL Ag2S dispersion. The PL spectrum was excited with a wavelength
emission spectrum of a 2 mg/mL Ag2 S dispersion. The PL spectrum was excited with a wavelength of
of 550 nm. (b) Shows QDs at different concentrations: 2 mg/mL (left) and 30 mg/mL (right). (c) Shows
550 nm; (b) Shows QDs at different concentrations: 2 mg/mL (left) and 30 mg/mL (right); (c) Shows
a TEM image of the synthesized nanocrystals, while (d) is an HR-TEM image of the same sample,
a TEM image of the synthesized nanocrystals, while (d) is an HR-TEM image of the same sample,
showing the distance between two planes in one of the crystals.
showing the distance between two planes in one of the crystals.
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3.2. Solar Cell Characterization
3.2. Solar Cell Characterization
In Figure 2a, the device architecture is shown with the different layers in the device, and Figure
In Figure 2a, the device architecture is shown with the different layers in the device, and Figure 2b
2b shows a cross-sectional image of a CQD solar cell device using a Zeiss 1550 scanning electron
shows a cross-sectional image of a CQD solar cell device using a Zeiss 1550 scanning electron
microscope (SEM) with at an accelerating voltage of 5 kV. From the SEM cross section, the TiO 2 layer
microscope (SEM) with at an accelerating voltage of 5 kV. From the SEM cross section, the TiO
was estimated to be ~60 nm (six layers), the thickness of the quantum dot layer is ~108 nm, and the2
layer was estimated to be ~60 nm (six layers), the thickness of the quantum dot layer is ~108 nm, and
thickness of the P3HT layer is 80 nm, and the gold layer is 80 nm.
the thickness of the P3HT layer is 80 nm, and the gold layer is 80 nm.
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Figure 3a shows the absorption spectra of samples with glass/FTO/TiO2 and a CQD film with a
Figure 3a shows the absorption spectra of samples with glass/FTO/TiO2 and a CQD film with a
layer of spiro-OMeTAD, a CQD film with a layer of P3HT and films with P3HT and spiro-OMeTAD.
layer of spiro-OMeTAD, a CQD film with a layer of P3HT and films with P3HT and spiro-OMeTAD.
Comparing the absorption of the CQD film (Figure 3(a)) and the CQD solution (Figure 1a) the light
Comparing the absorption of the CQD film (Figure 3a) and the CQD solution (Figure 1a) the light
absorption spectra are rather similar, with light absorption extending to around 900 nm. For the CQD
absorption spectra are rather similar, with light absorption extending to around 900 nm. For the
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Figure 3. (a) Shows the absorbance of HTMs with and without QDs. The films are of incomplete
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3.3. Device Performance
Photovoltaic performance of the Ag2 S CQD solar cells with P3HT and spiro-OMeTAD HTM
layers, and without any HTM layer were measured using a solar simulator with AM1.5G 100 mW/cm2
illumination from a Newport Xe lamp combined with a Keithley 2400 Sourcemeter. The working area
of the solar cells was 0.126 cm2 as defined by a black metallic aperture.
The resulting J–V curves for the best solar cells are displayed in Figure 3b and the resulting
photovoltaic parameters, such as short-circuit current density (Jsc), open-circuit voltage (Voc), fill factor
(FF) and PCE, and are summarized in Table 1 (see Supplementary Materials for non-rounded data).
The best cell with P3HT as a HTM was constructed with a CQD solid of six CQD layers and the best
cell without any HTM was constructed with a CQD solid of nine CQD layers, and the best cell with
spiro-OMeTAD was constructed with four CQD layers. Comparing the results, it can be concluded
that the HTM has a strong influence on the device characteristics. The CQD solar cells with P3HT as
a HTM show higher photocurrent but slightly lower photovoltage, while the CQD solar cells with
spiro-OMeTAD HTM show higher photovoltage and slightly lower photocurrent. The solar cells with
no HTM show much lower current, but relatively high voltage.
We can therefore conclude that for the devices with a HTM layer a larger photocurrent can be
obtained, which indicates that the HTM is important in the extraction of the holes from the CQD
layer. At the same time the photovoltage is affected by the HTM, which may be a result of either
different charge extraction efficiency or different recombination rate of the photogenerated charges for
the devices with different HTMs. The charge extraction and charge recombination at the CQD/HTM
interface depends on the energy levels and molecular structure at the interface and can be affected
both by the individual properties of the materials, but also on the interaction between the HTM and
the CQD layer [28,30].
The J–V curve for the P3HT based device shows a slight s-shape close to short-circuit. This has
been obtained for several of the tested devices, and indicates that there is a barrier for charge extraction
in the devices, and the IPCE results further down, using an ASB-XE-175 Xe light source connected to a
Spectral Products monochromator and AB300 series controller, suggests that the TiO2 /CQD interface
may limit the device performance.
The fabricated devices (see Figure 3c) show a promising voltage up towards 0.5 V, but have a
very low current and fill factor, which limits the efficiency drastically. J–V measurements in the dark
(Figure S8) show that the devices are limited by a considerable dark current, which indicates that the
recombination at the interfaces in the device is very important. As seen in Figure S8, P3HT has a lower
dark current than spiro-OMeTAD.
Table 1. Device parameters from the devices shown in Figure 3b.
HTM
Spiro-OMeTAD
P3HT
-

VOC (V)

JSC (mAcm−2 )

FF

Eff. (%)

0.47
0.37
0.45

−1.9
−2.5
−1.1

0.28
0.38
0.52

0.25
0.34
0.27

Further, the IPCE spectrum (see Figure 3d), shows a broad photocurrent response. This is
in agreement with the broad absorption spectrum of the Ag2 S CQDs, and shows the potential for
utilization of a large part of the solar spectrum with solar cells based on Ag2 S CQDs. In the device
the light with short wavelength is absorbed close to the TiO2 layer and light with longer wavelength
is absorbed closer to the HTM layer, since the Ag2 S CQDs have larger light absorption in the short
wavelength region (compare Figure 1a, Figure 3a,d). The rather low efficiencies obtained in the devices
we therefore relate to the TiO2 /CQD interface and further enhancement of the device efficiency should
in future be focused on this interface.
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The two HTMs that are investigated in this study have been used extensively in many different
solar cell devices ranging from polymer solar cells, to hybrid perovskite solar cells, to quantum dot
solar cells [30–37]. P3HT has been reported to have its highest occupied molecular orbital (HOMO)
and lowest unoccupied molecular orbital (LUMO) levels at −5.1 and −2.9 eV respectively [34,38],
while spiro-OMeTAD has its HOMO level at −5.22 eV [28]. The P3HT in this study was undoped,
while spiro-OMeTAD was doped with cobalt and lithium (see Supporting Information (SI)) according
to previous studies to lower the Fermi level and increase the conductivity [39]. A third hole conductor,
poly((2,3-bis(3-octyloxyphenyl)-5,8-quinoxalinediyl)-2,5-thiophenediyl) (TQ1), was also investigated
in this study, as it has been shown to take a similar role as P3HT in organic polymer solar cells [40].
However, using TQ1 did not result in any comparable voltage and thus no efficiency was measured,
see Figure S9.
As mentioned before, different thicknesses of the CQD layers were investigated. In the case of
spiro-OMeTAD, three, four, six, and eight layers of CQDs were investigated, were four layers gave the
highest efficiency as seen in Figure S10a–c. While the four layer cell had the highest efficiency, the fill
factor is very low, which can be attributed to pin holes in the very thin film. For thicker CQD films
(six and eight layers) the solar cells show a higher fill factor, but the photovoltage and photocurrent
are lower and the series resistance increases in the devices, which decreases the overall efficiency
drastically. Important to note that also the thickness of TiO2 was investigated with an optimal thickness
around 60 nm.
P3HT was investigated at thicknesses of six layers of CQDs, which gave the record efficiency
(see Figure 3b). However, at a separate occasion different thickness of the Ag2 S CQD layer was
investigated (6, 9, and 12 layers), were the efficiency was comparably similar for all thicknesses
(see Figure S10d).
For no HTM, cells with six and nine layers were investigated, were the one with nine layers gave
the highest efficiency (Figure S11). The thickness of the CQD layer was therefore found to influence
the efficiency of the devices, and depending on the HTM, a different optimal thickness was obtained.
This can be due to the limited transport length or diffusion length of the photogenerated charges
in the CQD layer, and the ability of the HTMs to extract the holes from the CQD layer. Comparing
spiro-OMeTAD and P3HT based devices with the same CQD layer thickness (six layers of CQDs,
see Supporting Information), we observe a higher photocurrent from the P3HT based device,
which again confirms the more efficient hole extraction with P3HT. If the hole extraction from the CQD
layer is efficient a thicker CQD layer may be used, compared to for a less efficient hole extraction layer,
however at the same time the charge recombination at the HTM/CQD interface must be considered,
which may also differ for different HTMs. Also the maximum thickness of the CQD layer is dependent
on the electron extraction from the CQD layer to the TiO2 layer. As mentioned above, the IPCE
spectrum indicates that the electron extraction is not optimal, and the overall rather low currents from
the solar cells also suggests that the electron extraction is not optimal.
While the CQD dispersion stability is high and it has been possible to store the CQD dispersion
for several months without a considerable change in its soluble and optical properties, the CQD
films are unstable under strong illumination, resulting in bleaching of the device, especially during
measurements. As previous studies have reported Ag2 S as being highly stable even in working devices
under illumination [22], this photo instability can be attributed to the specific conditioning of the
nanocrystals during spin-coating them into the film. We therefore think that the device instability
is linked to the surface ligand of the CQDs used in the solar cells. One possibility is that with
EDT as the linker, the ligand exchange is too slow, causing a mixture of ligands (DT) and linkers
(EDT) on the surface. This may cause unwanted surface properties and instability of the CQD films.
The aforementioned instability has limited the amount of times each device can be measured and
is possibly also another reason for the rather low efficiencies obtained. The bleached area of the
devices most probably contain metallic silver as the color is usually greenish silver (see Supporting
Information). Since no degradation was found for the CQDs before ligand exchange, we can conclude
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that finding a different ligand for the CQD dispersion that is stable but also easily exchangeable for
linkers is essential in future development of these devices.
4. Conclusions
The Ag2 S CQDs were synthesized using a versatile method with the resulting nanocrystals being
nonpolar and highly soluble at high concentrations in cyclohexane. The solid-state solar cells with
Ag2 S CQD solid as a light absorber were fabricated using a solution-processed method, and the solar
cell devices show broad light absorption. A HTM layer with suitable energy levels is critical for the
solar cell photovoltaic performance that diminish the interfacial recombination at CQD/Au interface.
The solar cell with P3HT as hole transport material gives a promising efficiency and a broad spectra
response from the UV to the near IR region of the solar spectrum. These results therefore indicate that
Ag2 S CQDs are promising for further development toward environmental friendly solar cells or other
optoelectronic devices.
Supplementary Materials: The following are available online at www.mdpi.com/2076-3417/7/10/1020/s1.
Figure S1: 2nd derivative of the absorbance spectrum, Figure S2: 2nd derivative of the photoluminescence
spectrum, Figure S3: Normalized PL emission spectrum of CQD film, Figure S4: TEM image, Figure S5: Size
distribution of the Ag2 S quantum dots, Figure S6: FFT pattern of 1 single quantum dot crystal, Figure S7:
Experimental and theoretical X-ray diffractogram, Figure S8: J-V curves of P3HT and spiro-OMeTAD cells in the
dark, Figure S9: J-V curve of solar cell with TQ1 as the HTM, Figure S10: J-V-curves of several devices made by
using Spiro-OMeTAD and P3HT as an HTM, Figure S11: J-V-curves of the best devices using no HTM, Table S1:
Comparison between this study’s ratios of the reciprocal lattice constants, Table S2: Non-rounded parameters of
the best cell efficiencies.
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