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A B S T R A C T   

Calcium phosphates (CaP) represent an important class of osteoconductive and osteoinductive biomaterials. As 
proof-of-concept, we show how a multi-component CaP formulation (monetite, beta-tricalcium phosphate, and 
calcium pyrophosphate) guides osteogenesis beyond the physiological envelope. In a sheep model, hollow dome- 
shaped constructs were placed directly over the occipital bone. At 12 months, large amounts of bone (~75%) 
occupy the hollow space with strong evidence of ongoing remodelling. Features of both compact bone (osteonal/ 
osteon-like arrangements) and spongy bone (trabeculae separated by marrow cavities) reveal insights into 
function/need-driven microstructural adaptation. Pores within the CaP also contain both woven bone and vas-
cularised lamellar bone. Osteoclasts actively contribute to CaP degradation/removal. Of the constituent phases, 
only calcium pyrophosphate persists within osseous (cutting cones) and non-osseous (macrophages) sites. From a 
translational perspective, this multi-component CaP opens up exciting new avenues for osteotomy-free and 
minimally-invasive repair of large bone defects and augmentation of the dental alveolar ridge.   

1. Introduction 

Bone forms by differentiation of osteoprogenitor cells into either 
mesenchymal osteoblasts that synthesise disordered woven bone or 
surface osteoblasts that produce highly ordered lamellar bone [1]. 
Classically considered a feature of foetal bone development, recent ev-
idence suggests that endochondral and intramembranous ossifications 
also occur postnatally, particularly during skeletal regeneration in the 
event of injury [2]. In fracture healing, bone recapitulates foetal bone 
development to achieve complete tissue regeneration without forming a 
fibrous scar [3]. In this process several transitional tissue types including 
fibrous callus, scarcely-mineralised cartilage, and woven bone are 
involved depending on the extent of mechanical stimuli [4,5]. These 
intermediate tissue types provide initial mechanical stability and are 
eventually replaced by ordered lamellar bone [5]. While bone has an 
intrinsic capacity for regeneration and healing [6] and continually un-
dergoes remodelling [7], incomplete or irregular postnatal osteogenesis 
can still occur in large bone defects. Failure of regeneration can be 

caused by substantial injuries, tumour resections, skeletal abnormalities, 
infections, or systematic disorders such as osteoporosis [8]. 

Controlled, on demand, and complete bone formation is a long 
coveted holy grail of bone tissue engineering. Currently, the ‘gold stan-
dard’ for bone augmentation are autologous bone grafts. Commonly 
used in orthopaedic and maxillofacial surgery, they provide great his-
tocompatibility and structural support, and present a minimal risk of 
immunogenic response [9]. However, major challenges such as 
increased operating time, limited availability, and risk of donor site 
morbidity [10] have driven the development of synthetic bone graft 
substitutes [8]. 

Skeletal tissue regeneration achieved by combining pre-expanded 
cells and growth factors with an appropriate scaffold is a promising 
approach, however, synthetic bone graft substitutes with inherent 
osteoinductive properties may offer a more comprehensive solution 
[11]. A wide range of biomaterials are currently used as scaffolds [10]. 
Calcium phosphate (CaP) based materials are among the most 
commonly used bone graft substitutes [12]. Synthetic CaPs possess 
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several desirable characteristics including protein adhesion, in vivo 
degradation, bone-bonding ability, and osteoconductivity [13]. Addi-
tionally, osteoinductivity may be achieved via a macroporous 3D envi-
ronment [14]. 

Membranes for guided bone regeneration, a prime example of space- 
maintaining devices, are used clinically in the oro-maxillo-facial region 
to achieve increased horizontal/lateral bone regeneration [15]. 
Although the majority of clinically used non-resorbable and resorbable 
membranes are synthetic polymers and collagen, membranes consisting 
of hydroxy(l)apatite or CaP-containing composite materials have yiel-
ded interesting bone regenerative effects in subperiosteal bone defects 
[16]. Nevertheless, previous attempts at supraperiosteal bone apposi-
tion (or augmentation) using hollow, dome-shaped constructs made of 
hydroxy(l)apatite have shown limited success [17]. Multi-component 
calcium phosphate (CaP) compositions containing predominantly 
monetite (CaHPO4) with smaller additions of beta-tricalcium phosphate 
(β-Ca3(PO4)2, β-TCP) and calcium pyrophosphate (Ca2P2O7, Ca-PP) 
exhibit osteoinductive behaviour [18] and long-term volumetric bal-
ance between rates of bone formation and CaP degradation [19]. 
Although the osteoinductive properties of monetite-containing mate-
rials [20], including bone repair cements [21], and β- TCP [22] are re-
ported, the precise role and eventual fate of Ca-PP warrants further 
investigation. Pyrophosphate ions (P2O7

4− ) act as inhibitors of calcifi-
cation and actively prevent pathological mineralisation [23]. In vitro, 
pyrophosphate ions can bind directly to active sites on the mineral and 
prevent further crystal growth, inhibit production of free phosphate 
from organic molecules such as beta-glycerol phosphate, and upregulate 
the expression of inhibitory proteins [24,25]. Ca-PP is also implicated in 
stimulation of osteogenic differentiation and mineralisation through 
upregulated expression and enzymatic activity of alkaline phosphatase 
(ALP), thereby increasing local concentrations of Ca2+ and PO4

3− upon 
cleavage by ALP [26–28]. In vivo, Ca-PP supports bone formation across 
the surface and progressively degrades [29]. Moreover, degradable bone 
repair cements containing Ca-PP retain osteoconductive properties 
without interfering with mineralisation of healing bone [30]. 

Here, we demonstrate the efficacy of a multi-component CaP con-
taining monetite, β-TCP, and Ca-PP obtained in the form of a dome- 
shaped hollow construct, to guide bone regeneration beyond the phys-
ical confines of the skeletal envelope. Furthermore, we undertake a 
comprehensive investigation of how such extraskeletal bone (EB) com-
pares with the underlying native bone (NB) in terms of composition and 
microarchitecture (Table S1), and whether it possesses the capacity to 
undergo remodelling and/or the potential to sense mechanical loading. 

2. Materials and methods 

A multi-component calcium phosphate (CaP) formulation was 
fabricated in the form of a dome-shaped construct with an integrated 
Ti6Al4V frame consisting of two vertically-offset rings (~1 mm strut 
thickness) and two lateral loops for screw placement. Seven such con-
structs were investigated for their potential to guide osteogenesis into 
the dome-shaped hollow space using an occipital bone model in adult 
female sheep (Ovis aries). After 52 weeks in vivo, all of the constructs 
were retrieved together with associated bone and processed for subse-
quent characterisation of bone quality. 

Multi-component CaP fabrication. The multi-component CaP was 
prepared using a mixture of beta-tricalcium phosphate [β-Ca3(PO4)2, 
β-TCP; Sigma-Aldrich] containing dicalcium pyrophosphate [Ca2P2O7, 
Ca-PP] as an impurity and monocalcium phosphate monohydrate [Ca 
(H2PO4)2.H2O; Alfa Aesar, Thermo Fisher] powders, at a mass ratio of 
55:45, with glycerol (Sigma-Aldrich), at a powder-to-liquid ratio of 3.9 
g/mL. A 3D printed Ti6Al4V ELI frame was positioned into a dome- 
shaped mould (15 mm in diameter and 4 mm in height). The CaP and 
glycerol paste was poured over the frame and allowed to set overnight in 
sterile water. After removal from the mould, the construct was left in 
sterile water for 48 h to eliminate glycerol and rendered hollow using a 

2 mm diameter rotary drill. The final thickness of the intact CaP (i.e., as- 
manufactured) was ~2 mm. Surface morphology of intact CaP was 
evaluated using a Nikon SMZ1500 stereomicroscope (Nikon Ltd., Tokyo, 
Japan) equipped with an HR Plan Apo 1× objective lens. 

In vivo implantation, retrieval, and specimen processing. 
Ti6Al4V reinforced, dome-shaped hollow CaP constructs were investi-
gated in vivo, in the absence of potential stimulatory effect(s) of me-
chanical (physiological or functional) loading in adult female sheep (n 
= 7). Under anaesthesia, a flap was elevated by blunt dissection in the 
subperiosteal plane. In each sheep, one construct was placed directly 
over the occipital bone (without any surface preparation of the recipient 
bone such as roughening, drilling, or decortication) and stabilised, via 
the lateral loops, using two osteosynthesis screws. After 52 weeks, the 
multi-component CaP constructs and associated extraskeletal bone (EB) 
were dissected along with the underlying native bone (NB), fixed in 10% 
neutral buffered formalin, and resin embedded (LR White, London Resin 
Co. Ltd., UK). The animal experiment was approved by the Ministry of 
National Education, Higher Education and Research (NAMSA, Chasse- 
sur-Rhône, France; Approval nr. 01139.2). 

X-ray diffraction. Phase composition of intact CaP (~84.7% mon-
etite, ~8.3% β-TCP, and 6.8% Ca-PP) was analysed using X-ray 
diffraction (XRD, Bruker D8 Advance X-ray diffractometer, Billerica, 
MA, USA) over an angular range of 20◦–45◦ 2θ at a step size of 0.03◦

using Cu-Kα radiation and Rietveld refinement, as described previously 
[18]. 

X-ray micro-computed tomography. Resin embedded CaP-bone 
blocks were evaluated using X-ray micro-computed tomography 
(micro-CT). All samples were scanned over a 180◦ rotation at a step size 
of 0.5◦ with an average of four frames and an image pixel size of 13.90 
μm in a Skyscan 1172 (Bruker micro-CT, Kontich, Belgium) operated at 
49 kV energy with an Al filter (0.5 mm). BMD calibration phantoms 
(0.25 g/cm3 and 0.75 g/cm3 stoichiometric hydroxyapatite in epoxy 
resin, 2 mm diameter) were also scanned using the same settings. Vis-
ualisation of micro-CT datasets and quantitative analysis were carried 
out using Dragonfly (v. 2020.1, Objects Research Systems, QC, Canada). 
As the two main regions of interest (ROI), bone within the dome-shaped 
hollow space (excluding bone inclusions within the CaP bulk) was 
considered EB and segmented using the ROI Painter freehand tool in a 
few representative x-y slices and then interpolated in the z direction. A 
cuboid region of the native cortical bone immediately underlying EB 
(such that the total volume was within ±10% of the total volume of the 
corresponding EB) was taken as NB. For quantification of bone volume 
fraction (BV/TV), the bone volume (BV) of each ROI was segmented 
based on greyscale intensity using the Range tool. To obtain the total 
volume (TV), porosities attributed to unmineralised/non-bone areas (i. 
e., blood vessels and marrow cavities) in each ROI were filled using the 
“fill inner areas” operation. BV/TV was computed by dividing the vol-
ume occupied by bone (BV) within the selected ROI by the total volume 
of the ROI (i.e., bone with filled pores, TV). Non-osseous pore size was 
measured using the “create volume thickness map” operation, which 
involves inscribing spheres of maximal possible diameters within the 3D 
features in the foreground. 

Scanning electron microscopy. Samples of intact CaP were Au 
sputter-coated (~10 nm) for secondary electron scanning electron mi-
croscopy (SE-SEM) in an Ultra 55 FEG SEM (Leo Electron Microscopy 
Ltd, UK) operated at 5 kV accelerating voltage. Additionally, samples of 
intact CaP were resin embedded (LR White, London Resin Co. Ltd., UK), 
polished using 400–4000 grit SiC paper and absolute ethanol for back-
scattered electron scanning electron microscopy (BSE-SEM) in a Quanta 
200 environmental SEM (FEI Company, The Netherlands) operated at 
20 kV accelerating voltage, 1 Torr water vapour pressure, and 10 mm 
working distance. Resin embedded CaP-bone (52 w CaP) blocks were 
polished using 400–4000 grit SiC paper and absolute ethanol. For 
enhanced contrast of unmineralised/soft tissue, a stock solution of 
iodine in potassium iodide (Lugol solution, I2/KI, Sigma-Aldrich) was 
diluted 1:1 in ethanol, and pipetted (~150–200 μL) directly onto 
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polished resin embedded blocks for ~15 min. The stain was washed off 
with deionised water. BSE-SEM was performed with and without I2/KI 
staining in a Quanta 200 environmental SEM (FEI Company, The 
Netherlands) operated at 20 kV accelerating voltage, 1 Torr water 
vapour pressure, and 10 mm working distance. 

Elemental analysis. Resin embedded/polished intact CaP and resin 
embedded/polished CaP-bone blocks were used for energy dispersive X- 
ray spectroscopy. Point-analysis was performed at 20 kV accelerating 
voltage and 1 Torr water vapour pressure in a Quanta 200 environ-
mental SEM (FEI Company, The Netherlands). Ca/P ratios were calcu-
lated and Mg content was estimated as the difference between (Ca +
Mg)/P and Ca/P ratios. 

Histology. Undecalcified, toluidine blue and Van Gieson stained 
ground sections (~40 μm thick) were prepared from resin embedded 
CaP-bone blocks. Areas where collagen is present stain positively for Van 
Gieson’s stain and therefore collagenous and non-collagenous sites can 
be readily distinguished. Brightfield imaging was performed using a 
Nikon Eclipse E600 optical microscope (Nikon Ltd., Tokyo, Japan) 
equipped with 20×, 40×, and 60× (water-immersion) objectives. ROIs 
containing (i) woven bone, (ii) lamellar bone, and (iii) a remodelling site 
or vascular space were identified using a 20× objective. Woven and 
lamellar bone areas were manually demarcated using ImageJ (imagej. 
nih.gov/ij). Epifluorescence microscopy was performed using a 465–495 
nm excitation filter and a 515–555 nm emission filter. Polarised light 
microscopy (PLM) was performed using a Zeiss Axio Imager.Z2 (Zeiss, 
Oberkochen, Germany) equipped with an EC Plan-Neofluar 10×/0.3 NA 
objective. 

Transmission electron microscopy (TEM). From one resin 
embedded CaP-bone block, two electron-transparent samples were 
prepared using the focussed ion beam (FIB) in situ lift-out technique on a 
Versa 3D Dualbeam (FEI Company, The Netherlands) FIB/SEM. High- 
angle annular dark-field scanning transmission electron microscopy 
(HAADF-STEM) was used for Z- (atomic number) contrast imaging in a 
Tecnai F20 microscope (FEI Company, The Netherlands) operated at 
200 kV. 

Fourier transform infrared spectroscopy. Spectra were obtained 
with a Fourier transform infrared microscope (FTIR, HYPERION 3000, 
Bruker Optics, Billerica, MA, USA) in reflectance mode coupled with a 
spectrometer (VERTEX 70v FTIR spectrometer with nitrogen cooled 
mercury cadmium telluride detector, Bruker Optics, Billerica, MA, USA). 
Resin embedded/polished CaP-bone blocks were placed on the motor-
ised stage and measurements were obtained with a Germanium ATR 
objective (20×) at the lowest pressure point setting between the sample 
and the Ge crystal during spectral acquisition. Measurement parameters 
were set to a step size of 1.93 cm− 1. 64 scans were averaged to achieve a 
good signal-to-noise ratio. Measurement points were excluded where 
signal intensity was low owing to poor contact between the ATR crystal 
and the sample surface. 

Micro-Raman spectroscopy. Micro-Raman spectroscopy was per-
formed using a confocal Raman microscope (Renishaw inVia Qontor, 
Renishaw plc. Wotton under Edge, UK) equipped with a 633 nm laser 
and LiveTrack focus-tracking technology, which enables enhanced 
signal stability at non-planar and non-plane parallel surfaces [31]. The 
laser was focussed down on to the surface of intact CaP, resin embed-
ded/polished intact CaP, resin embedded/polished CaP-bone (52 w CaP) 
blocks using a 100×/0.9 NA objective [32]. The Raman scattered light 
was collected using a Peltier-cooled charge-coupled device deep deple-
tion near-infrared enhanced detector behind an 1800 g mm− 1 grating 
(1.0 ± 0.15 cm− 1 step size) or a 2400 g mm− 1 (0.75 ± 0.04 cm− 1 step 
size) grating. The laser power at the sample was ~15 mW. Baseline 
subtraction and cosmic ray removal were performed in Renishaw WiRE 
5.4 software. Integral area maps for CHAp (940–980 cm− 1), Amide III 
(1210–1290 cm− 1), monetite (890–910 cm− 1), β-TCP (970–972 cm− 1), 
Ca-PP (1042–1051 cm− 1), and PMMA (600–606 cm− 1) were generated. 

Resin cast etching. For direct visualisation of the osteocyte lacuno- 
canalicular network using resin cast etching (RCE), resin embedded/ 

polished CaP-bone blocks were immersed in 9% H3PO4 (for 30 s), rinsed 
in Milli-Q water (for 5 s), immersed in 10% NaOCl (for 5 min), rinsed 
again (for 30 s), and air-dried overnight. The samples were Au sputter- 
coated (~10 nm) for high vacuum SE-SEM imaging in an Ultra 55 FEG 
SEM (Leo Electron Microscopy Ltd, UK) operated at 5 kV. 

Statistical analysis. The Mann-Whitney U test was used for 
elemental analysis with energy dispersive X-ray spectroscopy. The 
Wilcoxon signed-rank test was used for all comparisons between EB and 
NB, in a pair-wise manner. Linear regression analysis was used for size 
(2D area) vs. aspect ratio of marquise-shaped motifs at regions of 
ongoing mineralisation. Mean values ± standard deviations are pre-
sented and p values < 0.05 were considered statistically significant. 

3. Results 

3.1. Multi-component CaP transforms to carbonated apatite after 52 
weeks in vivo 

The surface of intact CaP (i.e., as manufactured) is heterogeneous 
(Fig. 1 A) and is characterised by a combination of thin platelet-like 
crystals, facetted polygonal crystals, and smooth/rounded particles 
(Fig. 1 B–C). Throughout the bulk of intact CaP, in addition to large 
pores often reaching up to ~200 μm in diameter, the CaP matrix exhibits 
variable local density (Fig. 1 D–F). Elemental composition determined 
using energy dispersive X-ray spectroscopy indicates a noteworthy in-
crease (p < 0.001) in the Ca/P ratio from ~0.86 ± 0.02 at% of intact CaP 
to ~1.20 ± 0.1 at% after 52 weeks in vivo. Mg enrichment is also noted 
(p < 0.001) from 0.4 ± 0.2 at% of intact CaP to 3.4 ± 1.5 at% at 52 
weeks in vivo (Fig. 1 G). Powder X-ray diffraction confirms the various 
constituent phases present in the intact CaP (Fig. 1 H). Real-time surface 
tracked micro-Raman spectroscopy enabled mapping the phase 
composition of intact CaP without mechanically rendering the surface 
planar (e.g., by polishing) or excluding topological irregularities [31]. 
All the characteristic spectral features of monetite (at ~900 and ~986 
cm− 1), β-TCP (at ~947 cm− 1 and ~970–972 cm− 1), and Ca-PP (at 
~1043–1048 cm− 1) are identified [33] (Fig. 1 I, Fig. S1). After 52 weeks 
in vivo, physical degradation and chemical transformation are evident 
within the CaP bulk. The multi-component CaP partially transforms to 
carbonated apatite (CHAp, peak at ~959–962 cm− 1) primarily at the 
expense of monetite and Ca-PP, whereas spectral features attributable to 
β-TCP remain detectable. 

3.2. Extraskeletal bone occupies over 75% of the dome-shaped hollow 
space 

After surgical insertion, the dome-shaped construct was held in po-
sition atop the occipital bone with fixation screws and excised after 52 
weeks together with associated bone (Fig. 2 A, Fig. S2). Beyond the 
confines of the skeletal envelope, extraskeletal bone (EB) within the 
dome-shaped hollow space below the CaP occupies a major proportion 
of the available volume (BV/TV of 75 ± 11%) with a large non-osseous 
pore diameter (643 ± 332 μm) (Fig. 2 B–D). Immediately underlying EB, 
the native bone (NB) is comparatively denser (p = 0.018) and exhibits 
microarchitecture reminiscent of cortical/compact bone (BV/TV of 92 
± 5%), while the diameter of non-osseous pores (375 ± 187 μm) is much 
smaller (p = 0.018). Microstructure of EB tends to vary at different 
vertical levels within the dome-shaped hollow space (Fig. 2 E), such that 
along an axial plane closer to the EB–NB junction, higher porosity and 
architecture bearing a greater resemblance to trabecular bone are noted. 
Physical degradation of the CaP is apparent. Bone infiltration restricts 
complete disintegration of the CaP and large segments remain bridged 
together (Fig. 2 F–G). 

Histologically, EB microstructure largely resembles that of lamellar 
bone (Fig. 2 F–G, Fig. S3), where immediately adjacent to the CaP sur-
face, a pattern of concentric lamellae demonstrates osteonal architecture 
achieved through remodelling (Fig. 2 H). At the same time, the largest 

F.A. Shah et al.                                                                                                                                                                                                                                  



Bioactive Materials 19 (2023) 103–114

106

non-osseous pores in EB are occupied by bone marrow, which is usually 
composed of hematopoietic cells, adipose tissue, and mesenchymal stem 
cells that differentiate into various cell types including osteoblasts and 
chondrocytes [34], and is a key feature of trabecular bone. Not infre-
quently, osteon-like concentric arrangements of lamellar bone enclosing 
a central vascular canal are surrounded by yet unremodelled woven 
bone. BSE-SEM, with and without staining with Lugol’s solution [35], 
reveals large variations in mineral content and distribution of osteocyte 
lacunae between lamellar bone and woven bone areas (Fig. S4). More 
prevalent in the superior half of the dome-shaped hollow space, 
irregularly-shaped CaP islands are also found embedded within EB and 
bordered by multiple (≥3) distinct packets of bone (Fig. S5). In this 
manner, a spatially recurring sequence emerges along the direction from 
the hollow space towards (and into) the CaP bulk, where lamellar bone 
is sandwiched between regions of woven bone. Small inclusions (<100 
μm in diameter) of de novo bone within the CaP bulk also exhibit the 
characteristic disorganised appearance of woven bone, lacking the 
typical birefringence of lamellar bone observed using PLM (Fig. 2 I–J, 
Fig. S6). While the periphery of such inclusions (i.e., bone-CaP interface) 
tends to be jagged, there is absence of a defined vascular canal. The 
bone-CaP interface is more clearly demarcated where signs of bone 
remodelling are evident, characterised by a highly organised lamellar 
architecture complete with the presence of vasculature, and a gently 
scalloped interface comparable to Howship’s lacunae in bone (Fig. S7). 
Endochondral-like osteogenesis is noted almost exclusively furthest 

from NB, e.g., in gaps created upon CaP degradation adjacent to the 
Ti6Al4V frame. Correlative application of BSE-SEM and RCE demon-
strates the presence of osteocytes embedded within cartilage-like areas 
(Fig. 2 K). 

Using the FIB in situ lift-out technique (Fig. S8), samples were ob-
tained for HAADF-STEM. At the ultrastructural level (Fig. 2 L–O, 
Fig. S9), remodelled regions of EB display the characteristic ~67 nm 
cross-striated pattern of mineralised collagen fibrils, where oriented 
parallel to the image plane. Collagen fibrils assemble into a network of 
rope-like mineralised bundles (1–2 μm in diameter). Where collagen 
fibrils are oriented perpendicular to the image plane (i.e., viewed in 
cross-section), the rope-like mineralised bundles appear in the form of 
‘rosettes’ (or rosette-like clusters of fibrils) [36]. 

3.3. Areas of ongoing mineralisation show a characteristic granular 
appearance 

Adjacent to recently remodelled sites in EB immediately below the 
CaP (Fig. 3 A–B) and within the CaP (Fig. S10), areas of ongoing min-
eralisation stain intensely with blue cationic dyes owing to relatively 
higher content of acid phosphate (HPO4

2− ) groups, and exhibit a gran-
ular appearance consistent with woven bone [37]. On closer inspection, 
discrete, marquise-shaped motifs are observed (Fig. 3 C–E). These fea-
tures are ~1.4 ± 0.9 μm2 in size (Fig. 3 F), with an aspect ratio of ~1.5 
± 0.3 (Fig. 3 G). Linear regression analysis suggests that motif size varies 

Fig. 1. Multi-component CaP microstructure and composition. A: Intact CaP surface (optical microscopy). B–C: Intact CaP surface (SE-SEM). D–F: Resin embedded/ 
polished intact CaP (BSE-SEM). Inset in E: Ca-PP particle (Scale bar = 5 μm). G: Elemental analysis (energy dispersive X-ray spectroscopy). Left inset: Detail of the 
0.9–1.4 keV range. Kα X-ray emission lines for sodium (Na, ~1.04 keV) and magnesium (Mg, ~1.253 keV) are shown. Right inset: Ca/P at% ratios of intact CaP 
(yellow; n = 60) and 52 w CaP (red; n = 60). Mann-Whitney U test. H: Intact CaP composition (X-ray diffraction). I: Micro-Raman spectroscopy. Intact CaP (yellow; 
2500 spectra). 52 w CaP (red; 418 spectra). 1 = β-TCP; 2 = Monetite; 3 = Ca-PP; 4 = CHAp. Inset: Intact CaP surface height deviation map using LiveTrack. Scale bars 
in A = 500 μm, B = 2 μm, C = 500 nm, D = 200 μm, E = 20 μm, F = 2 μm. (For interpretation of the references to colour in this figure legend, the reader is referred to 
the Web version of this article.) 
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Fig. 2. Bone formation beyond the skeletal envelope. A: The dome-shaped construct. The cut view shows the Ti6Al4V frame, multi-component CaP, and bone within 
the dome-shaped hollow space (micro-CT). B: Regions of extraskeletal bone (EB) within the dome-shaped hollow space and native bone (NB). C: Bone volume (BV/ 
TV) of EB and NB. D: Pore size, representing blood vessels and marrow spaces, of EB and NB. E: Axial planes at three different vertical levels within the dome-shaped 
hollow space. F: Histology. Van Gieson’s stain. G: Histology. Toluidine blue stain. H: Remodelled osteonal bone directly abutting the CaP surface. I: Histology. Van 
Gieson’s stain reveals bone within the CaP. J: PLM enables discriminating between highly ordered lamellar bone and disorganised woven bone. K: Evidence of 
endochondral-like ossification (BSE-SEM and RCE). Insets: Osteocytes (*) embedded within cartilage-like areas. RCE reveals canaliculi projecting from the osteocytes 
(Scale bars = 10 μm). L–O: Bone ultrastructure (HAADF-STEM). Bone-CaP interface (L). Collagen fibrils oriented parallel to the image plane. The characteristic ~67 
nm periodic striations are observed (M). Rosettes (N). A highly interconnected mesh of rope-like mineralised bundles arises by virtue of collagen fibrils and associated 
mineral platelets that run between adjacent bundles (O). Scale bars in A, B, F, and G = 2 mm, H = 100 μm, I = 1 mm, J = 100 μm, K = 20 μm, L = 1 μm, M and N =
500 nm, and O = 200 nm. (For interpretation of the references to colour in this figure legend, the reader is referred to the Web version of this article.) 

Fig. 3. Ongoing mineralisation. A–B: The process of new bone formation and subsequent mineralisation are evident directly below the CaP (* = osteocyte). C–E: 
Spherical to marquise-shaped motifs of mineral (* = osteocyte). F: Size distribution. Vertical line and shaded box represent the mean value ± standard deviation. G: 
Aspect ratio distribution. Vertical line and shaded box represent the mean value ± standard deviation. H: Relationship between size and aspect ratio (n = 377). Scale 
bars in A = 200 μm, B = 20 μm, C = 200 μm, D = 20 μm, and E = 2 μm. 
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independently of aspect ratio (R2 = 0.046, p < 0.001), which implies the 
absence of preferential growth along either the axial or the radial di-
rection, and thereby suggesting an isotropic growth pattern (Fig. 3 H). 
Such features have previously been identified at the bone formation 
front [38], and represent a key architectural building block component 
of bone [39]. 

3.4. Composition of extraskeletal bone is comparable to that of native 
bone 

Fourier transform infrared spectroscopy [40] (Fig. 4 A) and 
micro-Raman spectroscopy [41] (Fig. 4 B) indicate that extracellular 
matrix composition of EB within the dome-shaped hollow space is 
comparable to that of NB. Areas where remodelling is either ongoing or 
has recently taken place are recognised by relatively lower mineral 
content (CHAp) compared to neighbouring areas of yet unremodelled 
woven bone observed as higher Z-contrast regions by BSE-SEM. 
Co-localisation of Amide III and CHAp signals confirms bone infiltra-
tion into the CaP bulk. 

3.5. Bone inclusions within CaP bulk exhibit an expected pattern of 
extracellular matrix maturation 

To further characterise the extracellular matrix of bone within the 
CaP bulk, we considered two such inclusions of de novo bone, one of 
~100 μm diameter and the other of ~50 μm diameter, presumably 
representing relatively younger tissue (Fig. 5). The mineral-to-matrix 
ratio (MMR), carbonate-to-phosphate ratio (CO3

2− content), and min-
eral crystallinity of these inclusions were determined using micro- 
Raman spectroscopy. MMR is obtained from the integral area ratio 

between ν2 PO4
3− and Amide III bands. CO3

2− content is taken as the 
integral area ratio between the ν1 CO3

2− and ν2 PO4
3− bands. Mineral 

crystallinity is estimated as the inverse full-width at half-maximum (1/ 
FWHM) of the ν1 PO4

3− band (940–980 cm− 1). The ~100 μm inclusion 
had an average MMR of 0.59 and CO3

2− content of 0.65 (Fig. 5 A–C), 
while the ~50 μm inclusion had an average MMR of 0.44 and CO3

2−

content of 0.48 (Fig. 5 D–E). It is inferred that the increase in CO3
2−

content accompanies a commensurate increase in the mineral-to-matrix 
ratio (Fig. 5 C, E). But despite the small increase in carbonate content, 
the mineral crystallinity of both inclusions remains at ~0.06 (FWHM: 
16.39–16.47 cm− 1). Interestingly, in comparison to bone apatite, the 
CHAp within the multi-component CaP shows broadening of the ν1 
PO4

3− band (FWHM: 19.3–21.1 cm− 1) and therefore mineral crystal-
linity of ~0.05. Morphologically similar to Ca-PP observed in the intact 
CaP (Fig. 5 F), we identified discrete Ca-PP particles embedded within 
the extracellular matrix using correlative BSE-SEM and micro-Raman 
spectroscopy (Fig. 5 G, Fig. S11). 

3.6. Osteocytes communicate with the CaP surface through the lacuno- 
canalicular network 

Presence of osteonal bone, characterised by well-defined Haversian 
canals and concentric lamellae, confirms that remodelling also occurs 
within the CaP bulk (Fig. 6 A). RCE reveals numerous canaliculi 
extending between osteocytes and the CaP, both within the CaP bulk 
(Fig. 6 B–D) and in EB within the dome-shaped hollow space below the 
CaP (Fig. 6 E–G), which indicates direct biophysical interaction. 
Canaliculi also connect the osteocytes to each other and to the vascu-
lature, thereby forming a comprehensive cell-cell communication 
network and therefore a mechanism to drive bone repair and renewal. 

Fig. 4. Composition of extraskeletal bone and native bone. A: Fourier transform infrared (FTIR) spectroscopy. Measurement spots were included (filled circles) or 
excluded (empty circles) based on the quality of contact between the ATR crystal and the sample surface. # = PMMA. BSE-SEM overview. White broken line de-
marcates the boundary between extraskeletal bone and native bone. 52 w CaP (n = 7); native bone (NB; n = 16); extraskeletal bone (EB; n = 15). B: Micro-Raman 
spectroscopy. 1000 × 10,000 μm2 ROI (25000 spectra). BSE-SEM overview. White broken line demarcates the boundary between native bone and extraskeletal bone. 
Areas of ongoing remodelling or recently remodelled sites are indicated by asterisks (*). Scale bars in A = 500 μm and B = 500 μm. 
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To further characterise the potential capacity for mechanotransduction, 
we determined the osteocyte density (N.Ot/B.Ar) of NB and EB within 
the hollow dome-shaped space under the CaP. For this purpose, PLM 
enables unequivocal discrimination between woven bone (WB) areas 
and lamellar bone (LB) areas [42,43]. Additionally, exploiting the 
autoluminescence from the embedding resin, correlative brightfield and 
epifluorescence microscopy allows distinguishing between resin-filled 
osteocyte lacunae and areas of ongoing mineralisation. The latter, 
whilst being similar in appearance to osteocytes, stain positively for the 
presence of collagen with the Van Gieson’s stain, hence resin-filled 
osteocyte lacunae are accurately identified (Fig. 6 H). Corroborating 
microstructural and compositional findings, N.Ot/B.Ar of EB (554 ± 66 
per mm2) is not significantly different (p = 0.091) from that of NB (471 
± 104 per mm2) (Fig. 6 I). But within EB, N.Ot/B.Ar of WB (750 ± 106 

per mm2) is ~110% higher (p = 0.018) than LB (358 ± 45 per mm2) 
(Fig. 6 J), while osteocyte lacunae in woven bone are visibly larger than 
those in lamellar bone. Furthermore, woven bone comprises between 
25% and 55% of the total EB (Fig. 6 K). 

3.7. Osteoclast cutting cones contain Ca-PP but not monetite or β-TCP 

Osteoclast cutting cones, in addition to bone resorption, actively 
contribute to physical degradation of the CaP (Fig. 7 A–B). Based on 
spatial relationships, it is evident that multinucleated cells within the 
same cutting cone are able to remove, simultaneously, bone extracel-
lular matrix and the CaP. BSE-SEM reveals fine particulate matter 
entering the cutting cones. Correlative brightfield and epifluorescence 
microscopy further indicate changes in density at the CaP–cutting cone 

Fig. 5. Bone infiltration into the CaP bulk. A: An inclusion of de novo bone within the CaP, ~100 μm in diameter (BSE-SEM). B: Osteocyte adjacent to CaP (BSE-SEM 
and micro-Raman spectroscopy). 24 × 30 μm2 ROI. C: Average Raman spectra of bone/collagen-containing region (3558 spectra) and non-bone/collagen-free region 
(4442 spectra). Inset: Detail of the 930–990 cm− 1 region. D: An inclusion of de novo bone within the CaP, ~50 μm in diameter (BSE-SEM and micro-Raman 
spectroscopy). 90 × 90 μm2 ROI. E: Average Raman spectra of bone/collagen-containing region (1347 spectra) and non-bone/collagen-free region (678 spectra). 
Inset: Detail of the 930–990 cm− 1 region. F: Ca-PP particles in CaP bulk (BSE-SEM and RCE). G: Ca-PP particle embedded within bone extracellular matrix (BSE-SEM 
and micro-Raman spectroscopy). 6.3 × 6.3 μm2 ROI. Raman maps of Ca-PP with CHAp and Amide III. Scale bars in A = 50 μm, B = 10 μm, D = 25 μm, F = 5 μm, and 
G = 5 μm. 
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interface due to localised osteoclastic activity, as interpreted from pro-
nounced autofluorescence attributable to greater penetration of the 
embedding resin into the CaP (Fig. 7 C, Fig. S12). Cells within the cutting 
cone enclose the CaP debris as delimited aggregations that are 

presumably membrane-bound (Fig. 7 D), and eventually degrade the 
particulate matter. Regardless of the precise location with respect to the 
CaP (whether within the CaP bulk or in the dome-shaped hollow space), 
any CaP debris found within the cutting cone is exclusively Ca-PP (Fig. 7 

Fig. 6. Osteocyte lacuno-canalicular network as evidence of remodelling and replacement of woven bone by lamellar bone. A: Multiple Haversian canals (red) with 
concentrically arranged osteocytes (green) indicate remodelling within the CaP bulk (RCE). B–D: Osteocyte lacuno-canalicular network within the CaP bulk. E–G: 
Osteocyte lacuno-canalicular network within the dome-shaped hollow space below the CaP. H: PLM. A ROI selected for osteocyte density (N.Ot/B.Ar) quantification. 
Left: Yellow lines demarcate woven bone and lamellar bone areas. Right: Overlaid epifluorescence image shows regions of high and low N.Ot/B.Ar. I: Osteocyte 
density in extraskeletal bone (EB) and native bone (NB). Wilcoxon signed-rank test. J: Osteocyte density in woven bone (WB) and lamellar bone (LB) within 
extraskeletal bone. Wilcoxon signed-rank test. K: Woven bone area fraction (Wo.B.Ar) of extraskeletal bone. Scale bars in A = 20 μm, B = 10 μm, C = 5 μm, D = 2 μm, 
E = 10 μm, F = 2 μm, G = 1 μm, and H = 100 μm. (For interpretation of the references to colour in this figure legend, the reader is referred to the Web version of 
this article.) 

Fig. 7. Bone remodelling and CaP debris within the osteoclast cutting cone. A–B: An osteoclast cutting cone (the approximate direction of propagation is indicated) 
removes both the CaP and bone (BSE-SEM). C: An osteoclast in intimate contact with the CaP (left). Stronger autofluorescence (brightfield–epifluorescence merge) is 
noted at/near the CaP surface (right). D: CaP exists as delimited aggregations of high Z-contrast particulate matter within cutting cones (BSE-SEM). Inset: Detail of 
delimited aggregations (Scale bar = 2 μm). E: Remodelling sites caudal to the CaP (Example 1) and within the CaP bulk (Examples 2–4). CaP debris within the cutting 
cone is exclusively Ca-PP (BSE-SEM and micro-Raman spectroscopy). Example 1: 125 × 125 μm2 ROI. Example 2: 125 × 125 μm2 ROI. Example 3: 100 × 150 μm2 

ROI. Example 4: 160 × 200 μm2 ROI. Arrowheads: Cement line. Insets in examples 1-4: Representative histological appearance of remodelling sites (Scale bars = 50 
μm). Scale bars in A = 50 μm, B = 25 μm, C = 50 μm, D = 50 μm, and E = 50 μm. 
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E). It is noteworthy that, in the neighbouring CaP, even where β-TCP can 
still be detected and/or chemical transformation to CHAp has taken 
place (at least partially), the CaP debris within the cutting cone contains 
neither β-TCP, monetite, or CHAp. There is no indication of either 
additional nucleation or growth of Ca-PP crystallites. Moreover, the CaP 
aggregations remain fragmented and do not form dense masses. 

3.8. Macrophages in soft tissues enclose Ca-PP exclusively 

Staining with Lugol’s solution enhances the Z-contrast of unminer-
alised tissues and enables visualisation using BSE-SEM (Fig. 8 A). Be-
tween the superficial soft tissues (i.e., skin) and the CaP, an intervening 
fibrous tissue layer also contains delimited aggregations of CaP debris 
(Fig. 8 B), enclosed within membrane-bound structures (Fig. 8 C), which 
are presumably macrophages (Fig. 8 D). The CaP debris contained 
within macrophages also comprises sub-micrometre sized particles 
(Fig. 8 E) that are exclusively Ca-PP, while neither β-TCP, monetite, or 
CHAp are detected (Fig. 8 F). 

4. Discussion 

The multi-component CaP formulation containing monetite, beta- 
tricalcium phosphate (β-TCP), and calcium pyrophosphate (Ca-PP) 
guides bone formation beyond the confines of the skeletal envelope, i.e., 
supraperiosteally. The very high bone occupancy (~75%) of the avail-
able dome-shaped hollow space and the overall composition and 
microstructure of extraskeletal bone (EB) similar to the native bone (NB) 
are testament to a favourable host response to the multi-component CaP. 

Notably, the mineral phase of bone in direct contact with β-TCP, mon-
etite, and Ca-PP remains exclusively carbonated apatite [44]. The CaP 
itself undergoes gross physical deterioration, but large segments are 
unified by bone infiltration. Physical degradation, in vivo, is also ex-
pected to generate large quantities of readily transportable particles of 
the multi-component CaP. The intrinsic osteoconductive properties 
promote bone ingrowth into the CaP, and once the bone-CaP interface is 
established, the CaP surface is temporarily stabilised and protected 
against further degradation until an osteoclast cutting cone removes the 
initially formed bone together with a surrounding collar of CaP. While 
all of the individual constituent CaP phases are detectable after 52 weeks 
in vivo, the physiological environment encourages conversion to 
carbonated apatite (CHAp), though only partially. In humans, the 
amount of CHAp has earlier been estimated at ~6% after 31 months in 
vivo [19]. Here, we note that such spontaneously formed CHAp has 
lower crystallinity than bone apatite and is associated with minor Mg 
enrichment. Mg2+ ions are widely believed to inhibit apatite crystal-
lisation and restrict crystal growth [45–47]. Moreover, in a 
dose-dependent manner [48], Mg2+ ions also behave as a stabilising 
impurity in β-Ca3(PO4)2 [49]. Mg-stabilised β-Ca3(PO4)2, erroneously 
also referred to as Mg-whitlockite [50], makes a frequent appearance in 
pathological mineralisation of various soft tissues [44], and exhibits 
greater chemical stability than β-Ca3(PO4)2 [51] under physiological 
conditions. The absence of a characteristic Raman peak for 
Mg-whitlockite (at ~925 cm− 1 [33]), however, confirms that the 
observed phase within the multi-component CaP after 52 weeks in vivo is 
indeed β-TCP. 

When this multi-component CaP is implanted in an ovine calvarial 

Fig. 8. CaP debris within fibrous tissue. A–B: CaP exists as delimited aggregations (BSE-SEM; I2/KI stained). C: Delimited aggregations contain varying amounts of 
CaP debris (BSE-SEM; I2/KI stained). D: Macrophages internalise CaP particles (brightfield–epifluorescence merge). E: CaP particles internalised by macrophages are 
sub-micrometre in size. Nuclei (yellow circles) and nucleoli are clearly visible (RCE). F: CaP within soft tissue (micro-Raman spectroscopy). 50 × 45 μm2 ROI. Scale 
bars in A = 200 μm, B = 100 μm, C = 10 μm, D = 20 μm, E = 10 μm, and F = 20 μm. (For interpretation of the references to colour in this figure legend, the reader is 
referred to the Web version of this article.) 
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bone defect, the presence of mature bone of similar microstructure to the 
native bone, but with relatively few osteoblasts and multinucleated 
giant cells, suggests that an eventual state of homeostasis may be 
attained by 52 weeks [52]. In contrast, the present findings reveal a 
much more dynamic and spatio-temporally evolving picture of extra-
skeletal bone formed in response to a predominantly monetite-based 
CaP material. Bone inclusions confined to porosities within the CaP 
show not only a molecular signature indistinguishable from that of the 
native bone but also a similar maturation pattern, where higher 
mineral-to-matrix ratio is associated with higher CO3

2− content [38]. 
The increase in CO3

2− content is, however, insufficient to induce sig-
nificant further distortion of the bone apatite lattice (i.e., mineral 
crystallinity) [53] or is compensated for by a progressive increase in 
crystallite size. At sites of ongoing mineralisation, we detected 
marquise-shaped motifs, whose dimensions are in close agreement with 
CaP-containing matrix vesicles in the extracellular space around osteo-
blasts, in vitro [54], and isolated from the mineralisation front, in vivo 
[55], strongly pointing towards a normal and expected pathway of bone 
biomineralisation. 

Osteoclast cutting cones play a key but passive role in the creation of 
irregularly shaped CaP islands, apparently discontinuous from the CaP 
bulk, embedded ‘between’ different packets of bone rather than ‘within’ 
an individual packet of bone. Mechanistically, following initial bone 
infiltration into the CaP bulk, osteoclast cutting cones propagating in 
mutually disparate directions, in the process of resorbing previously 
formed bone also remove some of the surrounding CaP. Qualitatively, 
the individual packets of bone abutting these CaP islands vary in tissue 
age, as judged from their microstructure and the degree of mineralisa-
tion, indicating that multiple cutting cones do not actively, and/or 
simultaneously, converge upon a specific target area of the CaP. This 
further suggests that these CaP islands have not passively broken away 
from the CaP bulk and subsequently become entrapped in the forming 
bone. 

In a leporine segmental radius defect model, a recent investigation of 
a similar multi-component CaP composition reports the presence of CaP 
particles within multinucleated cells after 12 weeks [56]. However, 
their precise phase composition was not investigated. The present data 
indicate that the CaP particles within multinucleated cells, whether at 
osseous sites (i.e., osteoclasts within cutting cones) or at non-osseous 
sites (i.e., macrophages within fibrous tissue), are exclusively Ca-PP. 
While an inhibitory action of pyrophosphate ions on osteoclasts has 
recently been proposed [57], it is evident that the local (i.e., intracel-
lular) environment of multinucleated cells is neither supportive of 
apatite precipitation nor favourable to the chemical stability of monetite 
or β-TCP. Indeed, the solubilities of β-TCP and monetite are one and two 
orders of magnitude, respectively, higher than HAp [58]. CHAp, too, 
exhibits higher solubility than nominally carbonate-free apatites 
[59–61]. In comparison, Ca-PP is minimally soluble in aqueous media, 
but although acidic pH and presence of Mg2+ ions can slightly raise the 
solubility [62], any biological environment is considered replete with 
Ca2+ and PO4

3− ions, which further contribute to decreased solubility 
[63]. 

Osteocytes are the mechanotransducers in bone [64]. The finding of 
well-established osteocyte lacuno-canalicular networks in extraskeletal 
bone and bone inclusions within the CaP indicates that bone possesses 
the necessary infrastructure to detect and respond to mechanical 
loading. The osteocyte lacuno-canalicular network plays a critical role in 
bone maintenance around non-degradable biomaterials [65]. More 
recently it has been suggested that the lacuno-canalicular system facil-
itates the transport of mineral ions [66]. Therefore, direct physical 
communication between the CaP surface and canaliculi suggests the 
possibility for transport of Ca2+ and PO4

3− ions between a reservoir (i.e., 
the multi-component CaP) and rapidly forming bone where the need for 
Ca2+ and PO4

3− may be particularly high. 
The overall pattern of bone formation within the hollow space is 

consistent with established principles of fracture healing, where both 

intramembranous and endochondral ossification are observed [67]. It is 
noteworthy that in the current scenario, although no osteotomy had 
been performed, haematoma formation within the hollow space pre-
sumably acts as the main driving force behind osteogenesis at this 
extraskeletal site. Histological observations indicate that woven bone 
forms as the first step, and is gradually remodelled and replaced by 
lamellar/osteonal bone. A significant amount of woven bone is still 
present at 52 weeks, particularly in the vicinity of the CaP, and is being 
replaced by lamellar bone, which attests in favour of the observation 
that extraskeletal bone is built up in a recurring manner. Here, bone 
apposition on the surface of previously formed bone together with 
condensation of mesenchymal osteoprogenitor cells into foci of woven 
bone and, to a lesser extent, bone formation via a cartilage-like pre-
cursor contribute significantly to the total osteogenesis. These processes 
followed by remodelling and vascularisation indicate that this extra-
skeletal bone is vital and capable of self-renewal. It is well-understood 
that hypertrophic chondrocytes, under appropriate conditions, can 
dedifferentiate–redifferentiate or directly transdifferentiate to 
osteoblast-like cells and contribute to osteogenesis [68,69]. In the 
presence of ascorbic acid, in vitro, hypertrophic chondrocytes switch 
over from producing types II and X collagens (cartilage-characteristic) to 
type I collagen (bone-characteristic) and assemble a mineralising 
extracellular matrix [70]. Moreover, during endochondral ossification, 
hypertrophic chondrocytes are coupled to the recruitment of osteo-
blasts, osteoclasts, and blood cells [71], and release vascular endothelial 
growth factor (VEGF), which is an essential coordinator of chondrocyte 
apoptosis, chondroclast function, extracellular matrix remodelling, 
angiogenesis, and bone formation in the growth plate [72]. 

Currently, the long-term fate of extraskeletal bone, i.e., much after 
the multi-component CaP is completely eliminated, remains poorly 
understood. Compared to the native bone, pores in extraskeletal bone 
are, on average, ~70% larger. The largest of these pores contain bone 
marrow – a characteristic feature of trabecular bone. But despite being a 
source of several important cell types, development of marrow cavities 
reveals a potentially undesirable scenario. A mixed cortical–trabecular 
architecture of extraskeletal bone hints at intracortical remodelling and 
the start of trabecularisation (of the cortex) [73]. Given the lack of in-
formation on the molecular mechanisms underlying this particular case 
of intracortical remodelling, we speculate along the lines of disuse 
osteoporosis [74]. But if such loss of bone mass is indeed due to skeletal 
unloading, it is prudent to ask whether all of the extraskeletal bone will 
eventually undergo resorption after cessation of pro-osteogenic stimu-
lation from the CaP. From a clinical perspective, there is an urgent need 
to promote both horizontal and vertical bone regeneration in edentulous 
patients, employing so-called guided bone regeneration using resorbable 
and non-resorbable membranes, respectively [16]. Insertion of intraoral 
implants at sites augmented by extraskeletal bone in hollow CaP domes 
will most likely alter the peri-implant bone architecture according to 
loading directions and the timing of implant insertion, eventually 
leading to corticalisation. Therefore, the translational opportunities 
leading to clinical use of the present experimental observations are 
evident. 

Formation of extraskeletal bone, here, is not in perfect agreement 
with the currently accepted description of heterotopic bone induction in 
response to biomaterials, which requires in vivo testing at anatomical 
sites (i.e., soft tissues) “where bone does not naturally grow” [75]. More 
recently, intrinsic osteoinduction has been attributed to the ability of a 
material to bring about local depletion (rather than accumulation) of 
Ca2+ and PO4

3− ions as a result of precipitation of a bioactive CHAp, for 
example if consumption exceeds the supply of these ions [76]. Although 
CHAp precipitation does occur (and the Ca/P ratio of the 
multi-component CaP increases) in vivo, whether there is a local 
reduction in the concentrations of Ca2+ and PO4

3− ions remains chal-
lenging to ascertain. 

The absence of an early healing endpoint (e.g., 3–6 months) and 
cellular/molecular analyses (e.g., immunohistochemistry and gene 
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expression analysis) are identified as potential limitations. Therefore, 
the precise sequence of biological events underpinning bone formation 
outside the physiological boundary remains elusive. Of further impor-
tance is to determine the exact phenotypes and molecular activities of 
the various cells involved not only in bone formation but also in 
biomaterial degradation and replacement by remodelled bone. For this 
purpose, future investigations should employ techniques permissive of 
site-specific molecular analysis, e.g., laser-capture microdissection and 
gene expression analysis, in order to reveal the role(s) of the different 
cell types with respect to their spatial distribution around this multi- 
component CaP. 

In summary, this work demonstrates that bone formation beyond the 
physiological skeletal envelope, achieved with a multi-component CaP 
comprising monetite, β-TCP, and Ca-PP, follows the same biological 
patterns as the development of native bone and fracture healing, 
including endochondral ossification. In addition to remodelling and 
replacement of rapidly forming woven bone, extensive vascularisation 
enables a constant availability of osteoprogenitor cells and inflamma-
tory cells, and a comprehensive mechanism for nutrient transport. 
Furthermore, an extensive osteocyte lacuno-canalicular network pro-
vides the necessary infrastructure for mechanotransduction, self-repair, 
and renewal. These findings open up a wide range of avenues for guided 
bone regeneration, particularly of large bone defects that cannot heal 
spontaneously. Additionally, ions such as Mg2+, Si4+, Mn2+, Zn2+, and 
Sr2+ can be introduced into CaPs for their possible biological relevance 
[77]. It is also evident that large volumes of bone can be formed via a 
synthetic, porous CaP formulation that osteoclasts are able to remove 
and is sequestered by multinucleated cells in unmineralised tissues, 
without the need to introduce either stem cells or growth factors and 
cytokines into a tissue engineering scaffold. 
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