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Developing accurate angle-resolved light scattering
measurement technique [1] is crucial for applications (T, photograph)
spanning from roughness characterization of optical B |

surfaces to scattering from small particles in plasmonic [2]
on comparison beween varies angle-resolved e

and pigmented materials. The present work is focused
measurements together with Lambda 900 spectrometry.
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