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ABSTRACT: Scalable methods for deposition of lead halide
perovskite thin films are required to enable commercialization of
the highly promising perovskite photovoltaics. Here, we have
developed a slot-die coating process under ambient conditions for
methylammonium lead iodide (MAPbI3) perovskite on heated
substrates (about 90 °C on the substrate surface). Dense, highly
crystalline perovskite films with large grains (100−200 μm) were
obtained by careful adjustment of the deposition parameters, using
solutions that are similar but more dilute than those used in typical
spin-coating procedures. Without any further after treatments, such as antisolvent treatment or vapor annealing, we achieved power
conversion efficiencies up of 14.5% for devices with the following structure: conducting tin oxide glass (FTO)/TiO2/MAPbI3/spiro-
MeOTAD/Au. The performance was limited by the significant roughness of the deposited films, resulting from the hot-casting
method, and the relatively high deposition temperature, which led to a defect-rich surface due to loss of MAI.
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■ INTRODUCTION

Large-scale implementation of renewable energy is highly
needed to reduce the carbon footprint of energy production
and to meet the growing energy demand in our society today.
Photovoltaics efficiently harvest solar energy and can
significantly contribute to electricity production worldwide,
thereby replacing polluting fossil fuels. The novel and highly
performing perovskite photovoltaic technology has the
potential to make a significant impact in the field and will be
commercialized in the very near future.1

Lead halide-based perovskite solar cell have undergone a
remarkable increase in power conversion efficiency (PCE) in a
short period of time, from 3.8% reported in 20092 to 25.2% in
2019,3 making this technology a serious competitor to the
market dominating silicon-based photovoltaics. A wide variety
of deposition techniques is available for perovskites, ranging
from solution-based processes to vacuum evaporation.4 Spin
coating is the most widely used fabrication technique to
produce perovskite thin films but is only suitable for small area
substrates. The rotating motion of a spin coater causes higher
velocity further away from the center of rotation as well as
larger forces on the solution, which can result in nonuniform
layer thickness for large samples. Furthermore, it produces a
large amount of waste, as excess solution is needed for uniform
coating. Conventional spin-coating of perovskite precursors in
high boiling point solvents leads to perovskite formation with a
branchlike morphology and poor surface coverage due to its
low nucleation density and fast crystal growth upon annealing

at 100 °C for several minutes.5 Significant improvement of the
film quality of spin-coated perovskites was achieved by
antisolvent techniques, introduced in 2014 by Jeon et al.,
who reached a certified world record PCE of 16.2% at that
time.6 Other strategies to improve rapid and complete
crystallization of perovskites include hot casting, gas flow
drying and vacuum quenching.7−10 To make perovskite solar
cells an industrially viable technology, scalable deposition
methods are required. Among these, slot-die coating and blade
coating have gained much attention during the last few
years.11−16

In slot-die coating, a precursor solution is dispensed in a
controlled manner through a narrow slit onto a moving
substrate, see Figure 1. Slot-die coating has several advantages
over other deposition techniques: deposition is rapid, takes
place on a well-controlled large area with a minimum of
solution waste, and is compatible with continuous roll-to-roll
processing. Thus, slot-die coating offers an outstanding
platform to fabricate large-area thin films. Slot-die coating
does not have the intrinsic drying mechanism occurring in the
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spin-coating process and in many cases an air or nitrogen flow
is used for slot-die coating of perovskites.17

In 2015, Hwang et al. prepared perovskite solar cells by slot-
die-coated PbI2, which was converted to MAPbI3 perovskite
either by dipping into MAI solution,or by slot-die coating of
MAI solution. In combination with slot-die-coated ZnO and
P3HT layers, they obtained maximum efficiencies of 11% for
both approaches.18 Cotella et al. obtained a maximum
efficiency of 9.2% from a single-step slot die deposition at 65
°C of perovskites on mesoporous titanium oxide using an air-
knife for improved film crystallization and uniformity.19

Similarly, Kim et al. used substrate heating (∼60 °C) and
nitrogen blowing for a single-step perovskite deposition to
achieve power conversion efficiencies up to 12.7%.20 For fully
slot-die-coated devices (ZnO/perovskite/hole transport ma-
terial (HTM), using a novel HTM, bifluo-OMeTAD,), Qin et
al. obtained 14.7%, compared to 8.4% for spiro-OMeTAD.21 In
2018, Whitaker et al. obtained an efficiency of 18.0% for slot-
die-coated perovskite.22 They used a mixture of DMF and N-
methyl-2-pyrrolidone (NMP) as precursor solvent; the
deposition step was followed after 5 min by diethyl ether
antisolvent dipping, N2 drying, then preannealing at 50 °C and
annealing at 140 °C under a petri dish. Dou et al. reported a
PCE of 17.4% for slot-die-coated MAPbI3 from acetonitrile/
methylamine solution at room temperature with only a brief
heat treatment at 100 °C for 2 min.13

In this work, we have developed a simple slot-die coating
technique for lead halide perovskites on heated substrates with
temperatures of about 90 °C under ambient conditions. By
careful adjustment of deposition parameters, we obtained good
quality MAPbI3 perovskite films from which solar cells were
prepared with a maximum PCE of 14.5%, compared to 17% for
spin-coated MAPbI3 films with antisolvent treatment. In the
slot-die coating procedure, we simplified perovskite film
deposition by avoiding additional treatments, such as
antisolvent dropping or dipping, air blowing, or vapor
annealing, which could be omitted when selecting proper
deposition conditions. Interestingly, we could simply use
dilutions of MAPbI3 precursor formulations from spin-coating
research. The slot-die coating process presented here can be
considered to be a hot-casting method, which induces rapid
perovskite crystallization. Such a method has been previously
used in combination with spin-coating.7 We have used
significantly higher substrate temperatures (∼90 °C) than in
other reports on slot-die coating of perovskites on heated
substrates where temperatures of about 65 °C were used in
combination with additional air or nitrogen flow.19,20

■ EXPERIMENTAL SECTION
The slot-die coater unit (Compact sheet coater, FOM technologies,
Denmark) was placed in a fume hood; deposition took place in

ambient air with a relative humidity of 40−50%. In this system, the
slot-die head is stationary while the hot plate carrying the substrates is
moving. The speed was set to 150 cm min−1, pump rate at 0.40 mL
min−1, and the slot width used was 2.8 cm. The measured
temperature on the substrate surface was 70, 90, and 110 °C
corresponding to a set temperature of 100, 130, and 150 °C on the
slot-die coater. Substrates were warmed up on the hot plate for 15
min before coating. The coating solution was 0.45 M MAPbI3 in
DMF/DMSO (4:1 v/v). After deposition, substrates were left on the
hot plate for a further 10 min at the same temperature before cooling
down to 50 °C. The substrates used were conducting fluorine-doped
tin oxide (FTO) glass (TEC15, 2.2 mm, Pilkington) with a dense
layer of TiO2 prepared by spray pyrolysis and further treated with
aqueous TiCl4 solution, followed by heating. Further experimental
details are given in the Supporting Information.

■ RESULTS AND DISCUSSION

Slot-die coating is one of the best methods to scale up
solution-based thin film deposition. Figure 1 shows the
schematics of the slot-die coating process. Slot-die coating is
a noncontact technique in which solution is pumped from a
syringe to the well-defined slit of a slot-die head unit at a
defined pump rate (A in Figure 1). In the slot-die coater used
here, the die head is fixed and the substrate is passed
underneath at a set speed. The direction of substrate is
indicated (B in Figure 1).
In this work, we mainly varied the substrate temperature to

achieve good quality perovskite films. We applied significantly
higher substrate temperatures compared to previous reports in
order to facilitate good crystallization of the perovskite and
complete evaporation of the solvents without further after
treatments. Within a span of seconds after the solution was
dispensed, a black dense perovskite film was formed, indicating
both rapid crystallization of perovskite and rapid evaporation
of the solvents. We selected three different substrate
temperatures for slot-die coating, 70, 90, and 110 °C. At
lower temperature (70 °C), the thin film was not fully
converted into perovskite, as is evident from XRD analysis, see
Figure S1 in Supporting Information. At higher temperature
(110 °C) a larger amount of PbI2 is found in the deposited
films, most likely due to loss of MAI at higher temperatures.
Under optimum conditions, substrates were heated to 90 °C.
This resulted in direct formation of high quality MAPbI3
perovskite thin films with a minimum amount of PbI2.
Uniform, pinhole free films can be made using slot-die

coating when the deposition parameters are carefully
controlled. A photograph of typical slot-die-coated MAPbI3
perovskite films under optimal deposition conditions on large
substrates (12 cm × 2.8 cm) is shown in Figure 2a. Viewed
from an angle, the films look grayish; they do not have a
specular reflection. This points to significant surface roughness.
Viewed from the top or through the FTO substrate, the films
look very dark brown to black, see Figure 2d. The SEM cross-
section of the slot-die-coated perovskite (Figure 2b) shows
that the film has large grains. An illustration of the solar cell
device architecture used in this study is presented in Figure 2c,
and photographs of the actual devices are shown in Figure 2d.
In slot-die coating, the film thickness is controlled by various

factors such as the precursor concentration, pumping rate, and
the substrate speed. Other important factors for obtaining
high-quality films are the gap height between the slot-die head
and substrate, wetting of the substrate by the solution, the
substrate temperature, and the airflow over the wet film.22,23

To optimize the concentration of precursor solution, we

Figure 1. Schematic representation of the slot-die coating process for
MAPbI3.
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diluted the MAPbI3 spin coating solution to 0.60, 0.50, 0.45,
and 0.40 M. The optimal concentration to obtain a film
thickness of 500 to 600 nm was 0.45 M, which is about 2.6
times lower than typical spin coating solutions for perovskite
deposition. SEM cross sections of each concentration are
shown in Supporting Information (Figure S2), along with a
thickness versus concentration graph in Figure S3. We found
that good perovskite films could be obtained by slot-die
coating using precursor solutions that are similar to those used
for spin coating but significantly diluted.
We adopted a slow cooling process for lead halide perovskite

films on the glass-based substrates. Typically, the films were
allowed to cool down from 90 to 50 °C during about 30 min.
We found that more rapid cooling was detrimental to the
performance of resulting solar cell devices. Thermal shock can
lead to stress and defects in the deposited films. In many cases,
we found that rapid cooling led to perovskite films that had a
slight whitish color when viewed from the FTO side, see
Figure S4 in SI. This could point to voids or partial
delamination of the perovskite film from the TiO2 layer.
MAPbI3 and glass have significantly different linear thermal
expansion coefficients, namely, 1.3 × 10−4 and 8.6 × 10−5 K−1,
respectively.24 Cooling the MAPbI3 perovskite film on a glass-
based substrate by 70 °C causes the perovskite film to shrink
by 1%, but the glass by less than 0.1%. Rapid cooling does not
allow the perovskite film to relax, which will cause cracks,
voids, or delamination of the film.
To investigate the film morphology of perovskite films in

more detail, scanning electron microscopy (SEM) and optical
microscopy analysis was carried out. We compared slot-die-
coated films morphology with standard spin-coated MAPbI3
films. Figure 3 shows the scanning electron microscope images
of slot-die-coated films with a large grain size of 100−200 μm
with a flowerlike morphology. The same structure is also
visible with optical microscopy (Figure 3c). These are
consistent with the film morphology reported for the hot-
casting spin coating method reported by Nie et al.7 Sudden
evaporation of the solvent from the casted solution on the
heated substrate can lead to rapid growth of large perovskite
grains up to a millimeter size. This kind of rather uncontrolled
growth ususally results in large flowerlike morphology, both in
hot-casting spin-coating and in slot-die coating as found here.
Higher-magnification SEM of slot-die-coated films reveal small
hexagonal flakes on top of the MAPbI3 film, see Figure S5 in

Supporting Information. Possibly, these are PbI2 crystals,
which would be in accordance with XRD and HAXPES results
(discussed below).
Figure 3b,d shows micrographs of MAPbI3 perovskite thin

films made using the spin-coating technique with antisolvent
quenching. Very smooth and homogeneous films are obtained
with average grain size of about 250 nm (see high-
magnification SEM in SI Figure S6). The insets in Figure
3a,b show the roughness profiles of the different films as
measured by profilometry (see Figure S7 in SI for an enlarged
image). There is a very large difference in roughness between
the two types of processing techniques. For slot-die-coated
films, the roughness is up to 200 nm, while that of spin-coated
films with antisolvent treatment is as low as 15 nm, both for
perovskite films with a nominal thickness of 500 nm. The
highest thickness peaks in the slot-die-coated films are located
in the center of the large crystals, which are the initial seeding
points for islandlike growth through a Volmer−Weber
mechanism.25 The high roughness and thickness variations of
slot-die-coated films are expected to be disadvantageous for
solar cell devices.
The optical properties of both slot-die-coated and spin-

coated films are shown in Figure 4, which shows the total and
diffuse transmittance of the slot-die and spin-coated thin films.
The spin-coated sample shows interference fringes in the
nonabsorbing 800−1600 nm range, which is an indication of a
homogeneous thickness and a flat surface of the perovskite
film. Such fringes are not seen in the rougher slot-die-coated
thin films. The diffuse transmission contribution is higher in
the slot-die-coated thin film, reaching 22% compared to 17%
maximum for spin-coated film. The absorptance in Figure 4b
shows a rather similar behavior from the two thin films with a
band gap absorption at approximately 1.60 eV (767 nm). The
absorptance above 800 nm is a contribution mainly from the
FTO substrate (light absorption by conduction band
electrons); reflectance spectra are presented in SI, Figure S8.
Figure 5a shows the steady-state photoluminescence (PL)

spectra of slot-die-coated and spin-coated films on Al2O3-
coated glass. The PL intensity of spin-coated MAPbI3 films is
much higher than that of slot-die-coated films by a factor of 8.

Figure 2. (a) Photograph of slot-die-coated MAPbI3 films. (b) SEM
cross-section of a slot-die-coated MAPbI3 film on FTO/TiO2
substrate. (c) Device architecture. (d) Images of complete solar
cells viewed from the top (left) and from the FTO side (right). Figure 3. SEM top-view of (a) slot-die-coated film and (b) spin-

coated film. The insets shows the roughness of the films as measured
by profilometry (note that the X-axis is 225 μm, while the Y-axis is
225 and 15 nm for a and b, respectively). Optical micrographs of (c)
slot-die-coated film (bright field) and (d) spin-coated film (dark
field).
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The PL peak position and width are identical (see SI Figure S9
for normalized spectra). The lower PL of slot-die-coated films
is indicative of rapid nonradiative recombination processes,
which could be caused by defects, located either in the bulk or
at the surface of the perovskite. The relatively high temperature
annealing for almost 10 min could be the origin of formation of
such defects in slot-die-coated films. Specifically, MAI could
leave the MAPbI3 in the form of gas-phase methylamine and
hydroiodic acid, resulting in iodide and methylammonium
vacancies. It was reported by Conings et al. that prolonged
heating to 85 °C resulted in a decrease of PL for MAPbI3 films,
even in inert gas atmospheres.26

Figure 5b shows the X-ray diffraction pattern of slot-die-
coated and spin-coated MAPbI3 perovskite film from a grazing
incidence X-ray diffraction instrument with a resolution of 0.3°
2θ. Both deposition techniques show crystalline films of slot-
die-coated and spin-coated films. However, from the resolution
and as an effect of the grain size it is not possible to distinguish
if the structure is tetragonal or cubic. Zooming in on the peaks

at 14° and 28° 2θ reveals an inhomogeneous peak with a
shoulder to the lower angle indicating two overlapping peaks
with lower intensity for the diffraction plane at a smaller angle.
This detection makes us assume a tetragonal phase with space
group I4/mcm and the approximate lattice parameters of a = b
= 8.85 Å and c = 12.66 Å.27 The most prominent diffraction
peak for spin-coated perovskite layer is at approximately 14° 2θ
where the two diffraction planes (002) and (110) occur at
13.98° and 14.13° 2θ, respectively.
For slot-die-coated perovskite films, the peak with highest

intensity occurs at approximately 31.8° where the two
diffraction planes (310) and (222) take place both at 31.9°
2θ. Previous work has showed diffraction pattern, which
connects the preferential growth of the (110) plane to a
dominant (310) plane, compared to the (002) plane when it is
not dominant.28 With flash infrared annealing, a very different
growth direction has been reported for MAPbI3 with dominant
(112) and (400) planes.29 This type of annealing also showed
similar surface morphology to the work presented here. It is
not sure which plane is most preferential in the slot-die-coated
film, however, we assume a more densely packed growth
direction for the slot-die-coated sample, which might indicate a
preferential orientation normal to the (222) plane. A small
contribution from hexagonal PbI2 is observed at 12.6° 2θ
diffraction plane (001).30

Hard X-ray photoelectron spectroscopy (HAXPES) using
3000 eV photons was further used to analyze the films.
HAXPES is an element characterization and surface sensitive
technique, which allows greater probing depth than regular X-
ray photoelectron spectroscopy. Two different emission angles
(angle between the detected electron and surface normal) were
used 62° and 12° to analyze the films, giving an estimated

Figure 4. (a) Total and diffuse transmittance of the slot-die-coated and spin-coated MAPbI3 thin films on FTO substrates with a TiCl4 treated
TiO2 blocking layer. (b) The absorptance (1-T-R) of the same two MAPbI3 thin films.

Figure 5. (a) Photoluminescence of slot-die-coated and spin-coated
films on Al2O3 coated glass substrate. (b) X-ray diffraction patterns of
slot-die-coated and spin-coated films.

Figure 6. HAXPES spectra of slot-die-coated and spin-coated films. (a) Pb 4f, (b) I 4d, (c) N 1s measured with a photon energy of 3000 eV. The
intensity is normalized to the Pb 4f intensity and the binding energy is calibrated against Au 4f7/2 at 84.0 eV on an Au sample.
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probing depth of 8.8 and 18.4 nm, respectively. In the survey
spectra (Figure S11 in SI) no core levels specific for the
substrate, that is, Ti 2p from Ti, could be observed, supporting
the conclusion that the films are pinhole free. Moreover, the O
1s signal from both samples was very low and similar in
intensity; there is no indication for the formation of lead oxide,
see Figure S11 and Table S1 in SI.
The HAXPES Pb 4f, I 4d, and N 1s core level spectra,

normalized with respect to the area of the Pb 4f core level, are
shown in Figure 6. The slot-die-coated MAPbI3 film shows a
lower iodine to lead ratio and a significantly lower nitrogen to
lead ratio compared to the spin-coated film. As the origin of N
in the HAXPES spectra is from methylammonium in the
sample, this suggests a loss of MAI in slot-die-coated film
compared to the spin-coated film and an enrichment in PbI2.
Details of the elemental ratios estimated from HAXPES are
provided in the Supporting Information in Table S1. From the
estimated atomic ratios, it can be concluded that about half of
the methylammonium is missing at the surface (∼10 nm) of
the slot-die-coated films, while no depletion is found for the
spin-coated films. MAI can escape during the heat-assisted
fabrication technique in the form of methylamine and
hydroiodic acid gases, explaining this difference.
Comparing the two emission angles, the more surface

sensitive measurement shows lower values of iodine and
nitrogen relative to lead for the slot-die-coated films, indicative
that MAI-loss is indeed a surface-related reaction. In the
Supporting Information, we validate the accuracy of this
conclusion considering the relatively high roughness of the
slot-die-coated film (see comment S1 in Supporting
Information).
The substrate plays an important role in the slot-die coating

process. It must provide good wettability with the precursor
solution in order to obtain high quality films. In this study, we
chose titanium tetrachloride (TiCl4) treated compact TiO2 on
FTO glass as the substrate, providing the electron selective
contact for the perovskite solar cell. Compact TiO2 films
prepared by spray pyrolysis were found to be unsuitable as
substrates for slot-die coating of perovskite under the
conditions used here, as these gave highly variable and rather
poor results. Specifically, there were problems with the wetting
of these films during the slot-die deposition and with
adherence of the perovskite films. Sometimes a whitish color
was observed when facing from the glass side, see Supporting
Information Figure S4. The white appearance is probably due
to an optical effect due to a loss of adherence or cracks
between TiO2 and perovskite layer. Such cracks can be formed
upon fast cooling given the large difference in expansion
coefficients of the two materials (TiO2 on glass and
perovskite).
We selected aqueous titanium tetrachloride treatment as a

way to improve the TiO2 contact.
31 TiCl4 treatment improved

the wetting with the perovskite precursor solution and led to
better and more reproducible solar cell performance compared
to untreated TiO2 substrates. With longer TiCl4 treatment of
the substrates, there was less probability of cracks and whitish
color at the interface. Both a slow cooling down process and
the time duration of TiCl4 affected the interface and in the end
the solar cell performance. The effect of time duration for
TiCl4 treatment on PCE is shown in SI Figure S13a and UV−
visible spectra of MAPbI3 films on different time treated TiCl4
substrate in Figure S13b.

Despite the rather high roughness of the slot-die-coated
films, we were able to make efficient solar cell devices using
production steps identical to those used to make devices from
spin-coated films except for the perovskite deposition. The J−
V curves of the best performing devices from spin-coating and
slot-die coating are shown in Figure 7 a, yielding an efficiency

of 17% for spin-coated and 14.5% for slot-die-coated solar
cells. The TiCl4 treatment time was 50 min and substrate
temperature for slot-die coating was 90 °C. Details of all
parameters are shown in SI Table S2. Figure 7b shows the PCE
statistics of spin-coated (n = 40) and slot-die-coated (n = 60)
solar cell devices. Only the perovskite layer was prepared by
spin-coating and slot-die coating, respectively, the other
fabrication steps were identical. An average efficiency of
12.0% was obtained for slot-die-coated devices, compared to
15.7% for spin-coated devices. The lower performance of slot-
die-coated devices is due to slightly lower short-circuit
photocurrent densities (JSC) and significantly lower fill factors
(FF), see Figure S14 in SI. Interestingly, very high values for
the open-circuit potential (VOC) were obtained, more than 1.0
V, which was higher than that found for the spin-coated
devices. A possible origin for these differences is that a
relatively thick spiro-MeOTAD layer may be formed on the
rougher slot-die perovskite film (the spin-coating conditions
for the spiro were not adjusted), leading to additional internal
resistance, giving poor fill factors. Alternatively, some contact
loss may occur between perovskite and TiO2, leading to lower
JSC and FF. The high VOC points to the good quality of the
slot-die deposited MAPbI3.
Hysteresis in the current−voltage characteristics of perov-

skite solar cells is commonly observed. Typically, it is more
pronounced in PSC devices with only a compact TiO2 layer as
electron-selective contact, compared to those that have an
additional mesoporous TiO2 layer.3233 Here, we found
significant hysteresis in all devices; it was found to be larger
in the devices with slot-die-coated perovskite films compared
those with the spin-coated films. See Figure S15 in SI for J−V
curves for slot-die-coated and spin-coated film. The interfacial
contact between TiO2 and perovskite has significant
importance; a partial contact loss can give rise to hysteresis.
In the case of large perovskite grains, as in the slot-die-coated
devices, the risk of partial delamination from the TiO2 blocking
layer is higher than with spin-coated films, having smaller
grains.
In additional studies, we included maximum power point

(MPP) tracking for testing the slot-die-coated perovskite solar
cell devices, see Supporting Information Figure S15. The PCE

Figure 7. (a) J−V curve of best spin-coated cell and slot-die-coated
cell. (b) Statistical distribution of PCE of 60 slot-die cells and 40 spin-
coated cells.
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during MPP tracking was considerably lower than that that
derived from J−V-curves (7% vs 13% in initial J−V curves).
This suggests that there is a problem at the interfaces between
the perovskite and the selective contacts. At the hole-selective
contact, the high roughness of the perovskite layer and/or the
observed MAI deficiency could cause problems. At the
electron-selective contact, there could be problems as a result
of the temperature changes in the synthesis process, which can
cause poor contact. Further work is needed to resolve these
issues.
The substrate temperatures during perovskite slot-die

coating is critically dependent for the solar cell performance:
devices prepared at 70 and 110 °C gave significantly lower
efficiencies of 5.3% and 11.3%, respectively, from J−V curves.
The low efficiency at 70 °C might be due to incomplete
conversion to the perovskite structure. At higher substrate
temperatures (110 °C), we have more loss of MAI, which is
indirectly seen in the XRD with the higher PbI2 peak. This is
one of the plausible reasons for the lower performance.

■ CONCLUDING REMARKS
Highly crystalline methylammonium lead iodide perovskite
films were deposited using slot-die coating with diluted
precursor solutions from spin-coating. Deposition on a hot
substrate (90 °C) provides immediate formation of a dense
black crystalline perovskite film without the need for
antisolvent or other after-treatments. Such hot casting of the
high-boiling point precursor solutions leads to films with large
perovskite crystals, but it has the disadvantage of giving high
roughness in the resulting films. Despite the high roughness
(200 nm for 500 nm thick films), we were able to make
efficient solar cell devices, reaching up to 14.5%, using
production steps identical to those used to make devices
from spin-coated films.
The slot-die coating procedure for MAPbI3 thin films

described here can definitely be further optimized. Some
suggestions are given here: A slight excess of MAI in precursor
solution could compensate for the observed MAI loss; Liao et
al. demonstrated in recent work that a 5% MAI excess in a hot-
casting process yielded highly crystalline perovskite films with
complete conversion of PbI2 to perovskite and best solar cell
performance.34 Alternatively, one can change to more
thermally stable perovskites, such as formamidinium lead
halides. These perovskites can withstand high temperatures
compared to perovskites with methylammonium.35,36 Finally,
lowering the deposition temperature could improve the
efficiency of perovskite solar cells, but this would require a
change of the current solvent system, which needs a minimum
substrate temperature of 90 °C for the complete conversion of
perovskite. By changing the solvent ratios and solvents, one
can achieve lower temperatures for successful lead halide
perovskite deposition.
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